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The present work is related to the development of sustainable energy sys-
tems based on the Power-to-Gas concept. The main objective is to utilise
renewable hydrogen and carbon dioxide to produce methane for storage in
the natural gas infrastructure.

Multitubular fixed-bed reactors are established at industrial scale for CO2

methanation. Catalytic pellets commonly loaded in this type of reactor
involve poor heat transfer and high pressure drop that lead to inefficient
processes. Today, reaction engineers focus their research on the branch
of process intensification. Highlighted features of intensified reactors are
improved heat and mass transfer, product efficiency, and reduced size.

VTT Technical Research Centre of Finland is developing a technology in
reactor intensification which includes the development of novel catalyst de-
position methods by washcoating and nanocoating. The aim of this work
was to determine the suitability of these novel catalysts for CO2 methana-
tion, and the optimal operation conditions that favour their performance.
Washcoated and nanocoated catalysts were tested in laboratory scale and
compared with conventional packed-bed catalysts. The reactors were loaded
with nickel-based catalysts and operated at three different temperatures
(350, 400, and 5000C) and three different flow rates (0.7, 1.0 and 1.3 ln/min),
H2:CO2 = 4, and at atmospheric pressure.

The catalyst bulk density of washcoated reactors was significantly lower
than in packed-bed reactors. As a result, the washcoated catalysts per-
formed better due to more efficient heat transfer and temperature control.
Carbon dioxide conversion equal to 69% and 99% methane selectivity were
obtained with the washcoat with highest nickel content at 4100C. The good
results obtained with washcoated reactors encourage the development of
these reactors into scaled-up configurations. Conversely, nanocoated cata-
lysts exhibited lower performance. Nevertheless, the possibility of develop-
ing active catalysts minimizing the content of active phase motivates further
research on the nanocoating technology.

Keywords: carbon dioxide, methanation, washcoating, nickel cata-
lyst, intensified reactor, power-to-gas
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Symbols and Abbreviations

GHSV Gas Hourly Space Velocity (h–1)
ṁ Mass flow rate (g/min)
m Mass (g)
Mm Molecular Mass (g/mol)
Q Volume flow rate (ln/min)
S Selectivity (%)
T Temperature (0C)
v Concentration volume percentage (vol-%)
VCat Volume of catalyst (m3)
WNiHSV Weight Hourly Space Velocity (h–1)
X Conversion (%)
Y Yield (%)

AC Activated Carbon
CHP Combinated Heat and Power
FID Flame Ionization Detector
FT Fishcer-Tropsch
GC Gas Chromatograph
GTL Gas To Liquid
HEX Heat Exchanger
HY Protonated Y zeolite
IGCC Integrated Gasification Combined Cycle
IMRT International Symposium on Microreaction Technol-

ogy
MFEC Microfibrous Entrapped Catalyst
MCM Mobile Crystalline Material
MSM Mesostructured Silica Nanoparticles
NG Natural Gas
PEMFC Proteon Exchange Membrane Fuel Cell
RHA Rice Husk Ash
rWGS Reverse Water Gas Shift
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SNG Synthetic or Substitute Natural Gas
TCD Thermal Conductivity Detector
TPR Temperature-Programmed Reduction
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Chapter 1

Introduction

Reducing anthropogenic carbon dioxide emissions has been a major concern
for many years. Carbon dioxide emissions have dramatically increased from
a few thousands to tens of thousands of teragrams in the last hundred years.
Today, 20% of the overall CO2 emissions originate from energy generation
[1]. Consequently, renewable sources have been the most popular alternative
to the use of clean energy and reduction of carbon dioxide emissions.

In spite of the growing usage of energy from renewable sources, green fuels
derived from these cannot compete against mature technologies of fossil fuels
in terms of price. Therefore, parallel to green fuel development, another
CO2 control emission strategies, such as carbon dioxide capture and storage
(CCS), have been the focus of much work in this field. This technology
fights global warming by CO2 collection and deep storage in the sea or in
geological formations [2–6]. Capture and storage technology is taken a step
further in the control of CO2 emissions through carbon dioxide fixation.
This approach suggests the utilization of CO2 to produce chemicals, such
as methanol [7], propylene carbonate [8], and Sn (II) complexes [9].

The need for renewable energy storage has generated much interest in the
fixation of carbon dioxide through CO2 methanation. In addition to carbon
dioxide, a renewable hydrogen source should be considered for a sustain-
able Synthetic Natural Gas (SNG) production. Electrolytic hydrogen can
be manufactured using energy surplus from fluctuating wind power and
photovoltaic energy. As a result, captured CO2 can be hydrogenated with
renewable hydrogen to produce methane, storable in the already existing
Natural Gas (NG) grid [10, 11]. The technology scheme involving the us-
age of renewable power to produce synthetic natural gas, the Power-to-Gas
concept, is shown in Figure 1.1.

Producing chemicals or energy carriers from a renewable source of carbon
offers a new market approach for the chemical industry while reducing atmo-
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CHAPTER 1. INTRODUCTION 2

Figure 1.1: A renewable power-to-methane plant scheme (Wind/Solar-to-SNG) inte-
grated into a power and gas grid [12].

spheric carbon dioxide concentration. However, the Power-to-Gas process
could result in energy losses as high as 36%, as shown in Figure 1.2. There-
fore, carbon dioxide methanation has been extensively studied to develop an
efficient, economically feasible process for substitute natural gas production.

Figure 1.2: Sankey diagram for the synthesis of SNG based on renewable electricity
[13].



Chapter 2

Objectives

Recently, much research has focused on finding a catalyst for CO2 methana-
tion with the best active metal-support combination [14–20]. These studies
have provided significant information about the reaction kinetics and ther-
modynamic behaviours. However, little is yet known about the reaction
mechanism of methanation. Furthermore, intensified reactors have been
considered in order to improve methanation efficiency [21–26]. Process in-
tensification has become a common practice since the 1990s. As a result,
there is literature available on a large number of research works that test
intensified reactors in reaction conditions within the scope of this work
[27, 28]. However, not intensified reactor has been yet implemented for
carbon dioxide methanation in industrial scale.

The aim of this thesis was to determine the suitability of novel catalysts for
CO2 methanation, and the optimal operation conditions that favour their
performance. Pursuing this objective, novel catalysts developed in VTT
Technical Research Centre of Finland were tested in laboratory scale.

Additionally, this thesis reviews the use of intensified reactors in general for
highly exothermic and endothermic reactions, and specifically for carbon
dioxide methanation. The main technologies for intensified reactors are
assessed in order to determine the most convenient reactor technology at
different reaction conditions. Furthermore, the thesis surveys the literature
to analyse the principles of methane production, and common catalysts and
reactors utilized in this reaction.

3



Chapter 3

Carbon Dioxide Methanation

Among the different technologies aimed at the reduction of atmospheric
CO2, Chapter 3 focuses on carbon dioxide fixation to produce synthetic
natural gas. Carbon dioxide reduction through the Sabatier reaction was
discovered in the 1910s. Nonetheless, it has recently renewed the interest
of scientists in relation to the Power-to-Gas concept.

Composition of reactants for methanation and catalysts are subjects intro-
duced in this chapter. Moreover, different reactors used in methanation
and other exothermic reactions are reviewed as an introduction for the next
Chapter 4 where intensified reactors will be more extensively analyzed.

3.1 Methane

Methane is the alkane with highest H/C ratio. This feature makes methane
a high energy density hydrogen carrier. Hydrogen is the chemical element
with highest mass energy density. However, this element has low mass,
high flammability and high pressure requirements for its storage. These
drawbacks complicate its production, transport, storage, and distribution
for further use.

Natural gas grid is an infrastructure already available, which facilitates the
storage and transportation of energy in form of methane [16]. Figure 3.1
shows energy storage technologies among which NG network has the largest
capacity and the longest durability. Thus, methane has become a promising
energy carrier of energy sources, such as the fluctuating solar energy and
wind power.

Furthermore, the demand of NG have been affected by a significant rise in
energy consumption [29]. Natural gas import in EU-27 virtually equals con-
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CHAPTER 3. CARBON DIOXIDE METHANATION 5

Figure 3.1: Electricity storage technologies in dependence on energetic storage capacity
and charge cycling [11].

sumption (Figure 3.2). Therefore, synthetic natural gas production through
methanation would constitute an economical asset to reduce gas import de-
pendence.

Methane is a important component in the production of chemicals, such as
ammonia, ethanol, dimethyl ether and hydrogen. Furthermore, liquid fuels
can be produced from methane by means of fuel to liquid (FTL) technol-
ogy through the Fischer-Tropsch (FT) reaction [30]. Additionally, the use
of synthesis natural gas is promoted to detriment of fossil derived gas in
Combined Heat and Power (CHP) plants [31].

Figure 3.2: EU 27 gas consumption, imports and production [32].
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3.2 Methanation

Synthetic natural gas is the target product of methanation (Equation 3.2).
The reactants involved in this reaction are carbon dioxide and hydrogen
which can be obtained from renewable sources leading to a sustainable pro-
duction of methane.

Exhaust gases from power plants and simulated CO2-rich gas mixtures have
been utilized as a reactant for methanation [33]. Capture and utilization of
CO2 present in the exhaust gases of CHP plants and different production
plants is a technology applicable to control CO2 emissions [21].

In addition, methanation is widely used at hydrogen plants of oil refiner-
ies to remove CO from H2-rich streams (Equation 3.1). Carbon monoxide
methanation improves the quality of fuel cells inlet streams avoiding CO
contamination of the membranes usually applied in proton exchange mem-
brane fuel cells (PEMFC)[15].

CO + 3 H2 ←−→ CH4 + H2O ∆HR = −206, 2 kJ/mol (3.1)

Regarding carbon dioxide methanation, there are different routes to produce
synthetic natural gas. On the one hand, the Power-to-Gas thermochemi-
cal technology utilizes CO2 derived from either the use of fossil sources or
biomass gasification. On the other hand, the Power-to-BioGas technology,
proposes the utilization of biological CO2 originated in biogas plants [34].

CO2 + 4 H2 ←−→ CH4 + 2 H2O ∆H278K = −165, 1 kJ/mol (3.2)

CO2 + H2 ←−→ CO + H2O ∆H298K = 41, 1 kJ/mol (3.3)

Both technologies involve carbon dioxide methanation, also called Sabatier
reaction, in which the thermochemical methatantion of CO2 occurs with hy-
drogen to produce methane and H2O. Two different reaction mechanisms
are usually proposed. According to the first mechanism, methanation occurs
through CO2 direct hydrogenation (Equation 3.2). The second mechanism
propose the formation of intermediate carbon monoxide and subsequent CO
methanation [35, 36]. This second mechanism is the most widely accepted,
however, there is little information available [14]. A example of carbon diox-
ide methanation according to the second mechanism is shown in Figure 3.3.

Carbon dioxide methanation (Equation 3.2) is an equilibrium exothermic re-
action with volume decrease. Hence, and according with the Le Chatelier’s
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Figure 3.3: Proposed mechanism of CO2 methanation over 10Ni-1.0Ru catalyst [37].

principle, to promote methane production, Sabatier reaction should be per-
formed at low temperature and high pressure. In relation with the previous
statement, achieving high methane yields with fine selectivity is possible
if the reaction is carried out at low temperature. Elevated temperature,
on the one hand, shifts the equilibrium towards the reactants, diminishing
CO2 conversion. And on the other hand, promotes the endothermic reverse
water gas shift (rWGS) reaction (Equation 3.3) [38], which reduces CH4

selectivity in favour of carbon monoxide [17].

The statements made in the previous paragraph are proved in Figure 3.4
which shows the methanation equilibrium composition at different temper-
atures. The equilibrium composition at atmospheric pressure shows that
CO2 conversion and CH4 selectivity reach the best values at low tempera-
ture (below 350 0C). Moreover, at temperatures above 500 0C, the CO se-
lectivity increases in detriment of CH4 selectivity and yield (Figure 3.4 and
Figure 3.5 (b and c)). In addition, high pressure improves reactants con-
version (Figure 3.5 (a)) and CH4 yield.

In accordance with the chemical equilibrium composition, mild temperature
is required in order to achieve good conversion. However, at low tempera-
ture, the reaction rate is lower [15]. As a consequent of the conflict between
thermodynamic and kinetic limitations a good temperature control and an
active catalyst are requested for the efficient production of SNG.

Other parameter affecting methanation performance is the H2/CO2 ratio
which has been studied by Rahmani et al. [17]. This work proved that
ratios above the stoichiometric (from 4 to 7) improve conversion values, and
reduce carbon deposition [36]. This probably happens as a consequence of
changes in the reaction mechanism [15]. Figure 3.6 shows that H2/CO2 ratio
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Figure 3.4: Product fraction of CO2 methanation at equilibrium [36].

equal or above the stoichiometric leads to high conversion, selectivity and
yield. However, within the range of temperature where CO2 methanation
is favoured (350-400 0C) the methanation performance improvement due to
higher ratio of the reactants is minor.

In summary, Sabatier reaction is an exothermic volume descendent reac-
tion. Hence, CO2 conversion, and CH4 selectivity and yield are enhanced
at low temperatures, elevated pressure, and at or above stoichiometric ratio
of the reactants. Temperatures between 300 and 450 0C, atmospheric pres-
sure, and reactants stoichiometric ratios are conditions often presented in
publications of research studies performed in laboratory scale (Table 3.2)
[35, 39].

3.3 Feedstock

Carbon dioxide and hydrogen are the reactants taking part in CO2 methana-
tion. There is a large number of fossil CO2 sources, such as power and chem-
icals plants [40]. However, integration with bioenergy plants are preferred
in order to promote entirely renewable technologies [12]. In section 3.2,
CO2 sources, such as biomass and biogas plants, were mentioned in regard
with the Power-to-gas and the Power-to-BioGas technologies. Moreover,
these technologies consider hydrolysis of water as a feasible and sustainable
hydrogen source.

The reactants are normally accompanied by impurities which vary depend-
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Figure 3.5: Effects of pressure and temperature on CO2 methanation: (a) CO2 conver-
sion, (b) CH4 selectivity, (c) CH4 yield [36].

ing on the source. Hydrolytic hydrogen is only accompanied by oxygen,
however, carbon dioxide might be part of gas mixtures with diverse com-
positions. Some of the components in the CO2-rich streams might cause
poisoning of the active sites of the catalyst causing severe changes in the
catalytic activity. This section will review different sources of carbon diox-
ide in order to know the possible contaminants present in methanation inlet
stream and their effect on the reaction parameters.

In power plants, exhaust gases derived from combustion processes include
SOx, NOx, O2 and N2. Other components, such as argon, nitrogen and
oxygen, may be found when the gases are derived from pure oxygen com-
bustion, also called oxyfuel process. On the other hand, in exhaust gases
derived from gasification process, or integrated gasification combined cycle
(IGCC), where also combustion takes place, regular contaminants are H2S
and CO. Additionally, H2O appears along with the previously mentioned
components, independently of the feedstock used in the plant [12, 41].
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Figure 3.6: Effect of H2/H2 ratio on CO2 methanation: (a) CO2 conversion, (b) CH4

selectivity, (c) CH4 yield, and (d) carbon yield [36].

Nitrogen and oxygen are components often present in industrial exhaust
gases. Regarding the concentration of N2, it should be minimized to reduce
downstream separation costs. Furthermore, the presence of O2 affects the
catalytic activity and by-products formation, and thus, its concentration
must be controlled. Table 3.1 shows recommended concentration ranges of
methanation inlet mixture gases and in CO2-rich stream to avoid catalyst
poisoning [40].

An experimental study was performed in a packed bed reactor where nickel
catalyst supported on silica gel was tested for methanation using power
plant exhaust gases. The study shows how conversion, yield, and selectiv-
ity are affected by the presence of SO2 and NO2, or oxygen in the inlet
gas. While nitrogen dioxide does not practically influence the reaction, sul-
phur dioxide cause decrease of CO2 conversion due to catalyst deactivation.
Nevertheless, in this study it was claimed that the presence of H2S in the
feedstock would cause more noticeable activity loses than SO2 does. In
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Table 3.1: Gas quality for methanation [40].

cases where O2 accompanied CO2 in the feedstock, selectivity was not sig-
nificantly disturbed. However, yield and conversion were lower due to the
undesired reaction of hydrogen with oxygen [33].

3.4 Catalysts

Methanation requires the presence of an active catalyst in the reaction
medium to increase the reaction rate at relatively low operation temper-
ature. The use of different active metal-support combinations have been
studied in several publications to achieve good levels of activity and selec-
tivity under different reaction conditions [39]. Some representative results
are presented in Table 3.2.

Generally, metals belonging to the group VIII, such as Ni [17], Ru [45], Rh
[19], and Cu [18], provide good reaction rate for methanation. These metals
are often supported on oxides to enhance their dispersion and stability.
Some highlighted support materials are mesostructured silica nanopaticles
(MSN), Mobile crystalline material (MCM), (protonated Y zeolite) HY,
SiO2,and γ- Al2O3 [15]; CeO2 and Al2O3 [16]; TiO2 [22]; and nickel β-zeolite
[46].



CHAPTER 3. CARBON DIOXIDE METHANATION 12

Catalyst t stream (h) T (0C) GHSV XCO2 (%) SCH4 Ref.

LaNiO3
a N/A 300 7 500 h–1 b 77.7 99.4 [39]

Ni/MSN N/A 300 50 000 h–1b 64.1 99.9 [15]

15Ni-Ce0.72Zr0.28O2 150 350 43 000 h–1 75.9 99.1 [42]

5Ni-C/Z(60-40) 150 350 43 000 h–1 65.9 98.2 [43]

Ni/La2O3 2 350 30 000 h–1 97.7 100 [44]

20Ni/Al2O3
c 1 350 9 000 h–1b 71 99 [17]

Pd-Mg/SiO2 3,06×10 -4 450 N/A 59.2 95.3 [35]

Table 3.2: Comparison of catalysts activity for CO2 methanation at 1 atm and
H2/CO2=4.

aReaction pressure = 15 atm
bUnit change δcat = 1 g/cm3

cReactants ratio H2/CO2 = 3.5

Wang et al. [14] performed an extensive methanation study where differ-
ent solid catalysts were assessed. Their work focused on the most widely
used nickel-based catalyst, to compare these with other metal-based cat-
alysts. The most significant conclusion is the importance of achieving a
stable metal-support interaction. In addition, the comparative study of
Aziz et al. [15] of different nickel supported catalysts demonstrated little
or no deactivation and satisfactory catalytic activity in long-term stability
test. Ultimately, nickel based are considered the most suitable methanation
catalysts due to their high activity, selectivity, and moderate cost [17].

Furthermore, improved catalyst combinations have been developed regard-
ing the different steps in the reaction mechanism of methanation. Com-
bining Rh/γ-Al2O3 and Ni/AC (nickel-activated carbon) has been proved
to have a positive effect on carbon dioxide reduction. The former catalyst
promotes the kinetically limited carbon dioxide adsorption and dissociation
steps, while Ni/AC catalyst induces similar effect for H2 molecules [19].

Apart from the aforementioned catalysts, perovskites are noteworthy cata-
lysts in development stage. These materials are characterized by high cat-
alytic activity and stability which allow elevated operating temperatures.
Additionally, perovskite catalyst enable high dispersion within components
with molecular formulas ABO3, presented in 3.7 (e.g. CaTiO3), AB1-xBxO3

(e.g. TiCa1-xSrxO3), A2BO4 (e.g. C2BaO4) [39]. Figure 3.7 shows common
substituents which are metals with larger radius in the A site, and metals
from transition group, with smaller radius in the B site [47]. Section 4.3
provides more detailed information about perovskites materials, and ex-
perimental studies where these components have been applied to reactive
systems.

In summary, the selection of different active metal-support combinations is
a crucial decision that will set the reaction conversion, selectivity, yield, and
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Figure 3.7: The structure of an ABO3 perovskite with the origin centred at (a) the
B-site ion and (b) the A-site ion [48].

stability levels in methanation. Thus, catalyst supports used in methanation
should provide a right dispersion of catalyst active sites maintaining high
reaction rate at demanding conditions.

3.5 Reactors

Carbon dioxide in a strongly exothermic reaction which requiring good tem-
perature control. Therefore, the main factor to consider in the reactor de-
sign of this reaction is the heat removal capacity. Thus, in order to avoid
significant temperature gradients and hot spot formation, reactor must pro-
vide good heat exchange rate. The state-of-the-art of methanation reactors,
including packed bed reactor and other alternatives, is reviewed in this sec-
tion.

Packed bed with pellets are established and well known reactors, easy and
inexpensive to construct and operate, utilized in a large number of reactions.
These type of reactors constitute a cylinder filled up with pellets where the
catalyst is deposited [49]. In spite of being a widely used reactor, packed
beds have drawbacks influencing negatively some of the reaction parameters.
These reactors have low efficiency in energy consumption due to high values
of pressure drop [50]. In addition, isolated contact points among pellets
derives in a poor heat transfer. Increasing the flow rate or reducing the size
of pellets are ways of improving the heat and mass transfer. However, these
measures also increase the pressure drop [51]. Therefore, a compromise with
particle size should be made for a suitable pressure drop, and heat and mass
transfer.
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Several enhancements aimed at heat exchange improvement are introduced
in the conventional packed bed reactors with industrial application to avoid
hot spots formation and temperature runaway. Adiabatic packed-bed re-
actors in series with intermediate cooling systems and gas recycling is an
example of reactors employed for methanation [31]. However, this highly
exothermic reaction demands more efficient equipment in terms of heat evac-
uation, such as multitubular reactors. The inner structure of non-adiabatic
multitubular reactors consist of up to thousands tubes packed with the cat-
alyst and externally cooled down [49]. An industrial example of methane
production in multitubular reactor is represented by the Power-to-gas plant
of Etogas [52]. Comparing adiabatic and isothermal processes, the latter
entails mild operating conditions, and generates high-pressure steam, which
make them more energetically efficient [53].

A different reaction concept, such as fluidized bed reactors, is usually con-
sidered to improve heat exchange and operate at close to isothermal con-
ditions. However, unsteady operation and catalyst abrasion problems in
fluidized bed reactors make infeasible the scale-up to methanation indus-
trial plants. Slurry reactors are a second non-adiabatic option for SNG
production. In this 3-phase reactors, catalyst particles and the reactants
are mixed with a heat transfer liquid which allows near isothermal operation
[40]. Bajohr and Götz [13, 54] have extensively studied CO2 methanation
performed in 3-phases bubble column reactors, and compared with other
conventional systems. Slurry columns present clear advantages compared
with packed bed reactors. However, drawbacks such as mass transfer re-
strictions and selection of the heat transfer liquid should be overcome for
future commercial applications.

Process intensification has been the focus of much work seeking a promising
alternative to develop novel non-adiabatic systems [53]. Intensified reactors
bring intrinsic features, such as size reduction, enhanced transport proper-
ties, and low-energy consumption, which are necessary for the implementa-
tion of more efficient technologies [49].

Several research works have confirmed improvements in the performance of
intensified reactors in contrast to packed bed reactors. Schlereth et al. [25]
compared packed bed and membrane fixed bed reactors for CO2 methana-
tion. There was a clear enhancement regarding to mass and hear transfer,
and reaction rate. This fact is a direct consequence of a better temperature
control, facilitated by controlling the reactants supply through a membrane.
Furthermore, according to the research conducted by Yoshida et al. [21],
honeycomb monoliths fixed reactors enable superior reaction rate and con-
version in carbon monoxide methanation compared to conventional packed
bed reactors.
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Commercial reactors used in gas-solid systems, as methanation, present
limitations in terms of heat and mass transfer, and pressure drop. Therefore,
Chapter 4 will focus on the description and assessment of intensified reactors
which have appropriate features for highly demanding reaction conditions
in terms of transport phenomena.



Chapter 4

Intensified Reactors

Process intensification has been a developing trend in the chemical engi-
neering sector for the last 30 years. Intensified technologies enables consid-
erable enhancements in the equipment conventionally used in unit processes
of the chemical industry. Some of the most relevant objectives of process in-
tensification are to achieve energy and production efficiency increase, lower
operation costs, environmentally friendly and safer processes, and plant size
reduction [55].

Common features characterizing intensified reactors are improved control of
temperature and reduction of hot spot formation, shorter residence times,
and thus, enhanced production efficiency. Furthermore, reduction of mass
transfer limitations lead to increased productivity. Additionally, reactor size
reduction and lower catalyst loading decrease investment costs.

Intensified reactors may overcome significant drawbacks of traditional re-
actors. Thus, growing relevance of process intensification and the inherent
drawbacks of traditional reactors, have launched a new generation of reac-
tors presented in this chapter. Today, reaction engineers focus their research
on the branch of process intensification. Chapter 4 reviews common types
of intensified reactors targeted to heterogeneously catalysed reactions with
demanding operation conditions.

4.1 Microchannel Reactors

Microreactors are constructions designed in microns scale [56]. Microchan-
nel reactors consist of metallic sheets with etched microchannels (Figure 4.1)
where the catalyst is deposited [49]. This type of reactors have intensified
heat transport properties. Therefore, they have gained importance specially

16
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Figure 4.1: Microstructured plates for microreactor [58].

for highly endothermic or exothermic reactions which require a proper heat
management.

Microchannel reactors are a new technology far from the traditional reactor
concepts. Therefore, research regarding this type of reactors must be done
before the fully implementation in industrial scale [51]. An example of
the effort invested in this technology is The International Symposium on
Microreaction Technology (IMRET) which has organized conferences since
1995 for the purpose of reviewing the advances in microreactor technology
[57].

The amount of publications in the area of microreactors is extensive. Kolb
et al. [27] reviewed many research works regarding the use of microstruc-
tured reactors in heterogeneously catalysed systems. Foremost conclusion
of this review is the importance of temperature control over conversion,
selectivity, yield, or residence time, and how they are usually improved in
microstructured configuration in contrast to conventional packed-bed reac-
tors.

Compactness is one of the main features of microchannel reactors with con-
siderable low reaction-volume-to-surface-area ratio. As a consequence,these
reactors reach heat transfer rates comparable to those of heat exchangers
[50]. Furthermore, microreactors compactness [23] allows thinking of hydro-
gen production intended for mobile and small transportation systems [59].
In addition, miniaturized reactors would reduce investment and operating
costs of pilot plants, simplifying the step from lab to pilot scale [60].

Thermodynamically demanding steam reforming and partial oxidation com-
prise highly endothermic and exothermic reactions for H2 production. Heat
management in reformers has been a problem in terms of cold and hot
spots development because of temperature control difficulties. Accordingly,
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various studies have been addressed to create a synergy system between
exothermic and endothermic reactions. For instance, Zanfir et al. [61] simu-
lated a procedure where methane combustion provided heat to endothermic
methane steam reforming in a coated-plate reactor. Common temperature
gradients in conventional reformers were diminished by 200 K when using
a microchannel reactor.

Tonkovich et al. [62] applied similar procedure for the coupled steam re-
forming and partial oxidation of methane. The Velocys microchannel re-
former used in this work consists of a series of Inconel plates washcoated
with catalyst in the reforming side of the reactor. The catalyst involved in
the partial oxidation was inserted in the reactor channels in the form of a
metallic foam. The reaction in the microchannel system showed excellent
temperature control, decrease of mechanical demands, and reduction in NOx

emissions. The American company Velocys [63] has developed intensificated
systems applied to highly exothermic and endothermic gas to liquid tech-
nologies. The microreactors that Velocys commercialize are characterized
by efficient and environmentally friendly equipment. This is possible due to
enhanced heat and mass transfer, and straight forward number-up [62].

Increasing pressure, feed concentrations, or temperature until runaway or
explosive regimes, are different ways to intensify reaction conditions. In mi-
crostructured reactors, process intensification may be applied within safety
limits in order to increase reaction rates [27, 56, 64]. Lange et al. [64]
experimented with partial oxidation of o-xylene in a microchannel reactor
filled up with pellets of V2O5/TiO2 forming a packed-bed. The reactor
was operated within the explosion limits, which is not usually possible for
conventional reactors. Moreover, these operation conditions enabled a feed
above stoichiometry composition maintaining still the normal range of se-
lectivity.

Foremost advantages in the use of microstructured reactors are the intrin-
sic features of process intensification, including wider operation regimen,
excellent heat management, and lower residence time. However, there are
drawbacks such as economies of scale, due to the ratio of construction mate-
rial to reactor volume, and mass transfer, limited by laminar flows. In other
words, diffusion is the only possible transport mechanism in laminar flow.
A possible enhancement of diffusion is by narrowing the reactor channels
[56].

Moreover, low catalyst loading is also a hindrance against the development
of this technology due to low bulk density of catalyst. The high surface-to-
volume ratio that provide excellent heat transport features, becomes insuf-
ficient in terms of catalyst loading. While packed beds usually have contact
area about 10 8 m2/m3, microreactors reach only near 2x10 4 [65].
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On the one hand, packed-bed have are industrially well known catalysts.
However, high pressure drop and limited heat transport promote search-
ing alternative methods for catalyst loading. On the other hand, coatings
deposited in the reactor wall enables non-adiabatic conditions and uniform
temperature distributions [58, 65]. Nonetheless, catalytic walls usually offer
insufficient contact surface area between catalyst and reactants. Therefore,
different coating methods, such as washcoating, sol-gel technology, slurry
coating, chemical vapor deposition, and flame combustion synthesis are be-
ing developed to improve the catalytic activity [58].

4.1.1 Micropacked-bed Reactors

Catalytic pellets constitute the fixed-bed of microchannel reactors similar
to the one shown in Figure 4.2. The main advantages of packed beds are
high surface contact area, and easy catalyst loading. Knochen et al. [66]
considered packed beds as a feasible option for catalyst implementation in
microchannel reactors. This conclusion was based on a simulated Fischer-
Tropsch reactor which showed acceptable pressure drop at high conversions,
and volume decrease.

Figure 4.2: Reactor configurations for microstructured fixed-bed reactors [66].

The size of the pellets utilized in microstructured packed-bed reactors is
the main hindrance of industrial applications due to high pressure drops
[64]. Alternatively, wall-coating is proposed for several authors in order to
combat that drawback and improve heat transfer.
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4.1.2 Wall-coated Reactors

Coating consist of depositing catalytic material as a thin layer on the mi-
crochannel surface. Important considerations concerning coating processes
are mechanical stress, interaction and chemical compatibility, and active
metal dispersion [65]. Furthermore, channel height and catalyst-coat thick-
ness have demonstrated to have huge influence in the conversion and tem-
perature. Thicker catalyst layer may lead to diffusion limitations in the
catalyst layer [61].

Improved efficiency was demonstrated in the selective COx methanation
conducted in a microchannel-plate reactor coated with Ru/SiO2 and Ru/
Al2O3. The experimental results showed high conversion (95%) at nearly
constant low temperature (about 300 0C) [67]. Accurate temperature con-
trol makes this type of reactor appropriate for experimental studies and
kinetic data extraction [23, 67]. In a later work, Gorke et al. were able to
reduce yields of side products in ethanol reforming. The reactor consisted
of etched foils with 200 µm wide and 200 µm deep channels coated with
Rh/CeO2 catalyst. In this system the residence times were reduced which
diminished by-products yield [59].

For the purpose of testing catalytic activity and reaction efficiency, Men
et al. [23] carried out methanation in a microchannel reactor. The etched
plates reactor, with 500 µm wide and 250 µm deep channels, were wash-
coated with a 20 µm thick layer. Ruthenium and nickel-based catalyst on
CaO/Al2O3 support were applied. As a result, a strong correlation was
found between conversion and the amount of active metal loaded on the
microchanneled plates. Similar study was performed for CO methanation
by Galletti et al. [45]. These authors obtained enhanced activity with lower
load of active metal and thicker coatings in the microchannel reactor coated
with Ru/γ-Al2O3.

Coated channels enhance reaction rate and temperature control in the reac-
tors. Consequently, temperature gradients are minimized resulting in lower
catalyst deactivation rate, lengthening the catalyst life [65]. However, low
catalyst loading as well as catalyst loading and unloading in regeneration
cycles still constitutes a technical problem.

4.2 Structured Reactors

Metallic or ceramic fixed arrangements coated with a thin layer of catalytic
material constitute the inner framework of structured reactors (Figure 4.3).
This structured configurations facilitates fluid mixing, and shorter residence
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time and pressure drop. These features can overcome some common barriers
present in fixed-bed reactors [50].

Noteworthy improvements of structured reactors in comparison with packed
beds are lower pressure drop and, enhanced heat and mass transfer. High
heat transfer rates of metallic material optimizes product selectivity due to
reduction of secondary reactions. On the other hand, high mass transfer is
an advantage also compared with microchannel reactors. These character-
istics will result in more compact reactors with lower investment costs in
upscaled equipment [51].

Figure 4.3: Conductive structured substrates for adiabatic applications: (a) aluminum
honeycomb monoliths, (b) aluminium open-cell foam, (c) copper open-cell foam [51].

4.2.1 Honeycomb monoliths

Monolith reactors have found the most extensive application in the auto-
motive sector as catalytic converters [49].Furthermore, features such as heat
transfer ability in metallic monoliths makes these structures attractive for
thermally demanding reactions.

Materials commonly used in monolith manufacture are porous ceramics
and metals. Usual cross sectional shape is triangular, square or hexago-
nal, coated with catalyst (Figure 4.3 (a)). Mathematical models showed
improved heat transfer over triangular and square designs covered with cat-
alytic having high thermal conductivity [68].
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A bench scale test was performed for carbon dioxide methanation at a
Japanese LNG power plant [21]. The reaction was carried out in a struc-
tured reactor with two different configurations. The reactor was packed with
either catalytic pellets or honeycomb monoliths coated with nickel ferrite
catalyst. The reaction rate was increased in the honeycomb system due to
more efficient breakdown of CO2 molecules. In addition, the scale-up of hon-
eycomb monoliths to pilot size entailed reduction of the required amount
of catalyst. About 10% of the quantity that would have been needed in
packed-bed reactor was enough to achieve the desired conversion level in
honeycombs. This was possible due to higher contact surface area in mono-
liths than in pellets fixed-bed, which improved mass transfer and catalyst
availability.

4.2.2 Open-cell foams

Open-cell foams are ceramic or metallic highly porous structures (Figure 4.3
(b) and (c)). They are considered as static mixing packings with wide sur-
face area, and mass and heat transfer abilities [49]. The main characteristics
of open-cell foams are continuity and porosity which result in mass and heat
transport enhancement [69].

Metallic open-cell foams are used as catalyst supports with low pressure
drop [70], and as fillers with improved transport phenomena compared to
packed-bed catalysts [51]. Simulations performed in order to study foam
transport properties, showed pressure drop reduction in more porous con-
figurations [71]. Furthermore, the typical adiabatic use of ceramic foams,
improve radial heat transfer using metallic arrangements. For instance,
structured foams such as FeCrAlY or Al-allow allow near isothermal condi-
tions in exothermic and endothermic reactions [72]. Additionally, materials
as SiC are suggested as construction materials of open-cell foams due to low
cost and facilitated catalyst-loading cycles [73].

There is an obvious improvement of cell foams with regard to honeycomb
monoliths. Uniform distribution of the components participating in the
reaction in the axial and radial directions favours regular mass and heat
transfer in the reactor [51]. However, the catalyst weight per reactor volume
represent still a barrier against further development of open-cell foams [73].

4.2.3 Micro-fibrous Materials

Micro-fibrous reactors contain a metal, glass or polymeric inner structure
[74] either covered or entrapped with catalyst particles [49] (Figure 4.4). The
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clear advantage in terms of pressure drop, and mass and heat transport of
structured over packed-bed reactors was presented in section Section 4.2. In
addition, catalytic components deposited in the inner framework of metallic
micro-fibrous materials provide higher active-surface area than in the other
structured arrangements [51].

Figure 4.4: Macro- and micro-structure of Cu-MFE-Ni/AlO. (a) fresh (upper) and used
(down) samples. (b) Optical photograph of used samples [75].

Continuous fibrous structure with high thermal conductivity allows proper
heat management. Moreover, high availability of catalytic particles and
large void volume result in efficient mass transfer and reduced pressure drop.
Structures with significant voidage percentage offer considerable volume of
entrapped catalyst with high stability and activity [76].

Chen et al. [75] studied endothermic dry reforming of methane over a
microfibrous-nickel-based catalyst. The features listed in the previous para-
graph led to enhanced conversion and temperature control in the microfi-
brous reactor compared with packed-bed reactor. Furthermore, surface-to-
area-ratio was found five times higher in MFEC compared with microchan-
nel and honeycomb monoliths. Additionally, according to Sheng et al. [77]
temperature gradients decreased from 460 0C to 6.4 0C in a MFEC reactor
compared with packed-bed reactor in the experimental study of FT reac-
tion. Enhanced heat management enabled the use of reactors with larger
diameter in highly exothermic and endothermic reactions.

In contrast with other intensified reactors, commercial catalyst particles can
be deposited in fibrous structures. Therefore, Sheng et al. [74] proposed
microfibrous reactor as feasible solution for heterogeneously catalysed re-
actions due to easy catalyst loading. However, MFEC is still a developing
technology with research needs.
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4.3 Catalytic Membrane Reactors

Catalytic membrane reactors include a membrane in the reaction medium.
Reversible reactions and their equilibrium limitations may be overcome us-
ing this type of reactors. This technology provides reaction enhancement by
combining two different approaches. On the one hand, it is possible to con-
trol reactants supply or products removal, to or from the reacting medium.
Moreover, active sites of the catalyst can be placed on the membrane sur-
face or within the skeleton. As a result, selective membranes can act as a
catalyst support with high surface area [50].

In membrane reactors, the reaction occurs at the same time that the mem-
brane selectively permeate desired components according to the partial pres-
sure. This arrangement, shown in Figure 4.5, allows shifting the equilibrium
towards desired products [49].

Figure 4.5: Controlled feed (a) and product removal (b) in a non-selective membrane
reactor [50].

Integrated sorption-reaction increase the production efficiency. Schlereth et
al. [25] modelled carbon dioxide methanation to manufacture synthetic nat-
ural gas in fixed-bed membrane reactor. CO2 and H2 were separately fed to
the reaction medium through a steel membrane which allowed good temper-
ature control. The results encourage to develop this technology. However,
mass transfer resistance in the fixed-bed must be optimized.

Based on the Le Chatelier ’s principle, higher yield is obtained by remov-
ing the reaction products which switch the equilibrium towards the forward
reaction. In that regard, presence of water in the reaction medium slows
down the methanation rate [23]. Ohya et al. [26] suggested a membrane
for water vapor permeation with integrated ruthenium catalyst. Compared
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with conventional reactors, an increase of 18% in the methanation conver-
sion was achieved with the water permeselective membrane reactor. Anal-
ogously, improvement was demonstrated by Lebasrbier et al. [78] in CH4

production combining CO methanation with water gas shift reaction (WGS)
and CO2 removal. The sorbent 68%CaO/MgAl2O3 was impregnated with
nickel-based catalysts. Separating one of the reaction products favoured the
forward WGS, which led to higher CH4 yield. Moreover, Miyamoto et. al
[24] combined CO2 methanation with NH3 decomposition in a membrane re-
actor. The palladium membrane deposited on γ-Al2O3 support was located
in the reactor along with the Ru/Al2O3 catalyst. The hydrogen obtained
from the NH3 decomposition was selectively separated through the palla-
dium membrane to control the H2 supply for the methanation reaction. As
a result, CH4 selectivity was increased.

Specifications regarding water content in CH4 streams addressed to the
NG network are quite strict (under 90 ppm for Groningen gas grid). Nev-
ertheless, water removal membrane reactor can be utilized to meet these
specifications. Walspurger et al. [31] proposed carbon dioxide methana-
tion combined with water sorption. They modelled a three reactors system,
including in the last reactor a water permeation membrane. As a result,
the system soften the severe reaction conditions at which methanation was
commonly operated, and enhanced the performance.

The bifunctional membrane concept also enables the separation and con-
version of possible impurities present in inlet gases. Hu et al. [79] propose
an efficient method to eliminate carbon monoxide from H2-rich streams for
further use in proton exchange membrane fuel cells. Platinum membranes
involved in proton exchange are highly sensitive to small concentrations of
CO impurities. A double functionality palladium membrane with Al2O3

supported Ni-catalyst was applied to convert carbon monoxide. Hydrogen
was separated at the same time that CO was converted to methane, which
avoided membrane contamination.

Perovskite and brownmillerite are ceramics usually used as membranes [30].
Their working principle is illustrated in Figure 4.6. Selective permeation
through perovskite membranes allows shifting the chemical equilibrium.
This advantage is highlighted when selectivity towards a desired compo-
nent should be improved. Perovskite materials are able to conduct oxygen
and hydrogen ions through their inner crystalline structure at elevated tem-
peratures. Furthermore, perovskite materials were introduced as catalytic
components in section 3.4. Additionally, active sites can be fixed to the
perovskite surface where catalytic reactions take place. A supplementary
function is attributed to perovskite membranes when exothermic and en-
dothermic reactions occur on different sides of the membrane, through which
heat is efficiently managed [80].
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Figure 4.6: Perovskite membrane reactor [80].

Perovskite catalysts have been tested in reaction conditions where other
catalysts have failed due to carbon deposition. Jin et al. [39] found a
good performance for LaNiO3 at high temperatures. Moreover, Dinka et al.
[47] were able to enhance a variant of perovskite catalyst by using cerium
instead lanthanum. This upgrade improved the catalyst behaviour in the
presence of sulphur which resulted in a more stable catalyst. However, more
effort has to be addressed for the development of perovkite membranes in
reactions where certain components or impurities, such as sulphur or steam,
disturb their normal operation [80].

Figure 4.7: Membrane microreactor [80].

Additionally, microreactor and membrane reactor technologies can be com-
bined following the process intensification concept. Kolb et al. [27] reported
two authors (Zheng et al. [81] and Cui et al. [82]) who developed membrane
reactors for cyclohexane dehydrogenation. An scheme of the membrane mi-
croreactor is presented in Figure 4.7. The reactor consists of microchannels
loaded with Pt-catalyst. The other structural part is a palladium mem-
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brane responsible for hydrogen removal. The Pd-membrane enhances the
reaction conversion by means of reducing the thermodynamic limitations of
that reaction [80].

4.4 Heat Exchanger Reactors

Heat exchanger (HEX) reactors are heat exchangers where chemical reac-
tions take place. Compared with conventional reactors, some representative
improvements in HEX reactor are compactness, heat control, and reaction
performance. This type of reactor present characteristics similar to the in-
tensified reactors described until now in Chapter 4 [55]. Furthermore, the
three reactor systems, microchannel, structured and catalytic membrane
reactors can be implemented in HEX reactors.

Figure 4.8: Plate heat exchanger-reactor [55].

Heat exchanger reactors may be considered as an alternative to batch re-
actors, typically used in pharmaceutical and fine chemical industries. Heat
exchanger reactors could increase production capacity by working in con-
tinuous mode. Furthermore, energy and cost optimization are advantages
derived from heat and mass transport intensification which result in higher
selectivity and yield. Plant size reduction and increased safety are also pos-
itive features of heat exchanger reactors [83]. Additionally, HEX reactors
may achieve heat transfer efficiency twenty times higher [84], and operation
times ten times shorter than conventional batch reactors [85].

Park et al. [86] proposed the use of a heat exchanger reactor loaded with
metallic foam washcoated with cobalt-based catalyst for the FT reaction.
They obtained efficient heat management, and consequently, control of
product distribution was improved. This improvement was promoted by
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the construction material of the HEX plates, silicon carbide, with appropri-
ate heat transfer coefficient [87].

In spite of the reaction enhancements achieved with HEX reactors, high
surface area and easy loading of packed-bed reactors are still unreachable
features for heat exchanger reactors. Brooks et al. [22] developed a mi-
crochannel HEX reactor in which the Ru-TiO2 catalyst is coated in a sepa-
rated metallic sheet. A similar configuration was also validated by Mbodji et
al. [88] (Figure 4.9). However, the challenges regarding deposition of solid
catalyst causes delaying in a wide large scale launch of heat exchanger reac-
tors. Nevertheless, there is a considerable number of companies developing
this type of intensified reactors for industrial scale applications [89, 90].

Figure 4.9: Single channel with a interior metal coated place [22].



Chapter 5

Materials and Methods

Carbon dioxide methanation was the target reaction of the experimental
work conducted for this thesis. This reaction was performed at various op-
eration conditions over different catalysts in laboratory scale. The objective
was to compare the behaviour of novel catalysts with conventional catalysts.

The main topics introduced in this chapter are the experimental set up
of the reaction system, analysis methods, execution of the experiments,
calculation methods and design of experiments. These subjects will be
reviewed in depth to facilitate the interpretation and understanding of the
results of the experimental work.

5.1 Experimental Set up

Reactor intensification was a features pursued in this research. Accordingly,
the reactor design aimed efficient heat removal and compact size. The
reactors were tubes of alloy Inconel 6XI (Figure 5.1), 29 mm long, with
inner diameter of 4mm, and 2 mm thick reactor wall.

The experimental set up (Appendix A) comprised a maximum of five reac-
tor tubes placed in parallel (Figure 5.1 (a)). Different catalysts were tested
in an overall amount of twenty one reactors. Therefore, the reactors of the
experimental set up were changed along the experimental work, which re-
sulted in five different set ups. The five reactors of set up I were washcoated
with different contents of catalyst. The second set up had three nanocoated
reactors with different contents of catalyst, one washcoated reactor, and
one blank. Set up III included reactors coated with washcoats of catalyst
and catalyst support, nanocoated catalyst, and a packed-bed reactor. In
the set up IV four washcoated reactors were installed. Set up V had two

29
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packed-bed reactors, one of which included the-blocks-and-fins structure.
This structure modified the external surface area of the reactor. Figure 5.2
shows the details of the structure consisting of interleaved brass blocks and
copper fins. This blocks-and-fins design aimed to intensify heat transfer
in a packed-bed reactor. Appendix B presents a table with the reactors
installed in of every set up. This table indicates the nickel content of the
catalysts and the loading technique utilized in the reactors tested at certain
temperature and flow rate set point.

Figure 5.1: Reactor tubes. (a) Reactors installed in the set up, including resistors and
thermocouples. (b) Single reactor.

The reactors were operated as individual units. In other words, methanation
occurred in one reactor at a time. Once the reactors of a set up were tested,
these were changed for new ones. Thus, having up to five reactors in each
set up enabled to save time on building up and down activities carried
out to change the reactors. In addition, up to five reactors per set up were
available to be operated. This was a versatile configuration that streamlined
the experimental work.

Heat was supplied to the system through heating elements. On the one
hand, heaters were used for tracing the inlet and outlet lines (M-T-135 and



CHAPTER 5. MATERIALS AND METHODS 31

Figure 5.2: Reactor with block-and-fins structure (a) Front view.(b) Section view.

M-T-180 in Figure 5.3). The heating elements were set at 200 0C to respec-
tively preheat and gradually cool down the inlet and outlet gases. On the
other hand, individual heating elements (Figure 5.1 (a)) were placed in con-
tact with each of the reactors (M-T-132, M-T-130, M-T-134, M-T-136 and
M-T-150 in Figure 5.3). The temperature controller regulated the tempera-
ture of the heating elements through thermocouples in straight contact with
those, placed in the upper section of the reactors. In the blocks-and-fins
configuration, the heating element passed through the blocks-and-fins struc-
ture Figure 5.2. Moreover, the side-drilled blocks hosted the thermocouples
to measure the temperature in the outer wall of the reactor.

The lines were operated with manual valves. The three feeding valves to
the mass flow meters were on/off ball valves (M-V-100, M-V-110 and M-V-
120 in Figure 5.3). The valves controlling the flow until the condenser were
on/off gate valves. These valves controlled the gas flow through by-pass
and selected reactor/s. M-V-200 controlled the access of reactants to the
system, M-V-222 controlled passing gas through the by-pass line, and M-V-
223 controlled the downstream access to the condenser and the gas analysis
systems.

Pressure was measured in the system with a pressure gauge meter (M-P-
131 in Figure 5.3), placed in the feeding line right before M-V-200 valve.
Pressure values indicated by the meter were used for conducting the pressure
and leaking tests, and in running mode, to check pressure variations.
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Figure 5.3: Methanation process diagram (by Mari-Leena Koskinen-Soivi, VTT).
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The outlet gases passed through a condenser (M-A-1406 in Figure 5.3)
downstream the reactors. Consecutively, the gases passed through a pair
of cold traps (M-A-1410 in Figure 5.3). Once the water was removed, the
flow rate of the dry gas was measured in the gas flow meter (M-A-1412 in
Figure 5.3) and subsequently released through the vent. A constant stream
of dry gas was withdrawn from the vent line and analysed in the on-line
analyser (M-A-1411 in Figure 5.3). Gas chromatograph analysis (M-A-1420
in Figure 5.3) was occasionally performed when more accurate analysis was
required.

Inlet flow rate and temperature were the variable experimental parameters.
Regarding the inlet flow rate, inert nitrogen and the gaseous reactants,
carbon dioxide and hydrogen were fed into the system through mass flow
meters, M-FC-101, M-FC-111, M-FC-121 in Figure 5.3. The gas flow was
controlled by the flow meter control terminals. The mass flow meters were
calibrated to ensure an accurate feeding of the reactants using nitrogen at
the beginning of the experimental work. Furthermore, the reaction temper-
ature was measured with thermocouples on the outer wall of the reactors
(T-133 in Figure 5.3). The data were collected by the temperature control
terminal. The thermocouples were attached to the reactor in straight con-
tact with the external wall, in the front part of these, opposite to the heat
source, and close to the mid-section. In some of the reactors the temper-
ature was measured at different reactor heights. In these reactors, several
thermocouples were attached at approximately equal distances.

Proper insulation facilities and enhances the heat management. Accord-
ingly, the inlet and outlet lines, and the reactors and thermocouples were
wrapped with insulation material in order to control the temperature and
minimize heat losses.

5.2 Analysis Methods

ABB on-line analyser AO2000 series, and Hewlett Packard Series II 5890
Gas Chromatograph (GC) analysed the gas compositions. On-line analysers
are simple and easy to operate. In addition, this equipment offer accuracy
within the range required for this work. Thus, the majority of outlet gases of
methanation were exclusively analysed with the on-line analyser. However,
several samples were analysed with gas chromatograph when the composi-
tion of the gas required more accurate analysis method.

The outlet gases of all the experiments were analysed with the on-line anal-
yser. Furthermore, gas chromatography was additionally applied for those
experiments where the inlet flow rate was set under 0,7 ln/min (i.e. 0,3
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ln/min), and when the composition of the product was out of the measure-
ment range of the on-line analyser(i.e. CH4 < 0,1 vol-%).

5.2.1 On-line Analyser

ABB on-line analyser AO2000 series combine three analyser modules. A
glass cell with a thermal conductivity detector measured H2 in N2. Oxygen
analysis was performed with a thermomagnetic detector. And an infrared
photometer analysed CO2, CO and CH4. Appendix C includes detailed
features of the on-line analyser modules.

The analyser was calibrated to ensure accurate, reliable results prior the be-
ginning of the experimental work and every time the reactors were changed.
Zero calibration was made with nitrogen, while the scan calibration was
made with two different gas mixtures provided and certificated by AGA
OY, composition of which is specified in Appendix C.

5.2.2 Gas Chromatograph Analyser

Hewlett Packard Series II 5890 GC include two analyser modules. A Ther-
mal Conductivity Detector (TCD) analysed H2, CO2, CO and N2. And
methane analysis were performed by a Flame Ionization Detector (FID).
The gas chromatography column is packed with Carboxen 1000 with 60-80
mesh. The dimensions of the stainless steel column are 1.5 m x 1/8 inch x
2 mmSS (length x outer diameter x inner diameter).

The gas chromatograph was calibrated every time after the stand-by mode
was turned off, before the first analysis in order to obtain accurate, reliable
results. The calibration gas composition provided and certificated by AGA
OY is specified in Appendix C.

5.3 Execution of Experiments

The experimental work was carried out for approximately 13 weeks. Cata-
lyst loading, set up building and modification, and test runs were the main
tasks accomplished during the experimental work conducted for this thesis.

Building activities included the initial construction of the experimental set
up, and reactor changes for the different set ups (set up I-V). After the re-
actors were assembled, the heating elements, and control and measurement
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thermocouples were attached to the reactors. Subsequently, the system was
insulated, and pressure and leaking tests were performed.

Before the test runs, the reactors were flushed with nitrogen to maintain
inert environment inside these which avoids undesired reactions. The test
runs, involving reduction and reaction, were performed in one reactor at a
time.

5.3.1 Catalyst Loading

This work tested nickel-based catalysts on metal oxide supports loading with
packed-bed, washcoating and nanocoating techniques. Washcoated catalyst
was intended to intensify the heat control in the reactor. Thus, this type of
catalyst was the main focus of the experiments.

Packed beds were approximately fixed in the mid-section of the reactors
over a quartz wool layer which held the catalyst particles. Figure 5.4 shows
a scheme and includes a table with measures regarding location and weight
of the catalyst. The packed beds were deposited in the reactor in two
different forms. In set up III the bed exclusively consisted of supported
nickel catalyst. On the other hand, the catalyst was 50 w-% diluted with
silicon carbide in the reactors of set up V. The particles of SiC had similar
diameter (300-355 µ-m) to the particles of catalyst (200-300 µm) in order
to achieve a more homogeneous dilution (Appendix B).

The washcoated catalyst was applied fully covering the inner wall of the
reactors. On the other hand, the nanocoated catalyst was deposited in
advance on metallic sheets (Figure 5.5). Thus, tailored pieces were cut from
the nanocoated sheet, and rolled and packed in the reactor fully covering
the inner surface of the reactor. More detailed information and features of
the coating methods are out of the scope of this work.

5.3.2 Reduction of Catalysts

Catalyst activates when the metal oxide of the catalyst is reduced to metal
with hydrogen at high temperature. Several authors have studied charac-
terization of nickel-based catalysts with H2 Temperature-Programmed Re-
duction (TPR) method [17, 91]. This characterization method provides
information regarding the most suitable conditions for proper catalysts re-
duction. In accordance to those studies, the catalysts were reduced for 2
hours at temperatures between 490 and 600 0C (variable along the reactor
length), atmospheric pressure, and flow rate of H2:N2 = 1 equal to 1 ln/min.
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Figure 5.4: Packed bed placement and nickel/SiC contents in set ups III and V, in
reactors 3, and 2 and 5 respectively.

Figure 5.5: Nano-coated metallic sheets.
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The reactor with the blocks-and-fins structure had difficulties to reach the
reduction temperature established for the other reactors. Therefore, the
reactors tested in set up V were reduced for 2 hours at temperatures between
490 and 560 0C (variable along the reactor length), at the same pressure
and flow rate than the other reactors. According to the temperature range
favourable for reduction in previous studies [17, 91], these catalysts are not
expected to show noticeable differences in the performance.

After the reduction, the reactor was flushed with N2. An inert environment
was maintained in the reactor to avoid the deactivation of the catalyst and
other undesired reactions during standby mode.

5.3.3 Reaction

Methanation was performed applying different set point conditions. The
temperature range at which the experiments were conducted was selected
according to own thermodynamic calculations and, thermodynamic studies
[91] and experimental studies [15, 17] found in the literature. The catalysts
were tested at three different temperatures (350, 400 and 500 0C), with three
different flow rates at each temperature (0.7, 1 and 1.3 ln/min), H2:CO2 =
4 ratio, and at atmospheric pressure. Exceptionally, some of the catalysts
were tested at different temperature and flow rates set values. Appendix
B summarizes the set points of all the experiments conducted during this
experimental work. Moreover, this appendix also includes the type and
nickel content of the catalyst tested in each experiment.

The average length of the runs was approximately 30 minutes. This time
was enough in most of the runs to achieve constant composition of the outlet
gas. In addition, several longer runs were performed over night (10 to 15
hours) to evaluate stability of the catalysts.

After the reaction, the reactor was flushed with N2. An inert environment
was maintained in the reactor to avoid the deactivation of the catalyst and
other undesired reactions during standby mode.

5.4 Calculation Methods

Presenting and interpreting results requires representative parameters to
assess the performance of the different catalysts. CO2 conversion (X), CH4

and CO selectivity (S), and CH4 yield (Y) were selected for the purpose of
catalyst evaluation. Data collected from the analysis methods introduced
in Section 5.2 were used for the calculation of those parameters.
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The analysis equipment provided the composition of outlet dry gas in vol-
ume percentage units (v). These data and the inlet and outlet volumetric
flow rates (Q) were used to calculate the values of conversion (Equation 5.1),
selectivity (Equation 5.2 and Equation 5.3), and yield (Equation 5.4). It
was assumed that p·R·Tin≈ p·R·Tout in order to be able to use volumetric
flows for the following calculations.

XCO2
=
Qin · vCO2,in

−Qout · vCO2,out

Qin · vCO2,in

· 100 (5.1)

SCH4
=

Qout · vCH4,out

Qin · vCO2,in
−Qout · vCO2,out

· 100 (5.2)

SCO =
Qout · vCO,out

Qin · vCO2,in
−Qout · vCO2,out

· 100 (5.3)

YCH4
=
Qout · vCH4,out

Qin · vCO2,in

· 100 (5.4)

Flow rate and composition of the product stream are referred to dry gas.
The carbon balance in Equation 5.5 was used to calculate the total flow
rate of the outlet stream which includes the water content.

Qin · vCO2,in
= Qout · (vCO2,out

+ vCH4,out
+ vCO,out) (5.5)

Gas hourly space velocity (GHSV) and nickel-weight hourly space velocity
(WNiHSV) were calculated as respectively presented in Equation 5.6 and
Equation 5.7. These two variables facilitate the evaluation of the catalyst
behaviour in direct relation with the amount of catalyst or total nickel
content of the catalyst in the reactor.

GHSV =
Qin

VCat

(5.6)

WNiHSV =
ṁin

mNi

(5.7)

The theoretical composition of the carbon dioxide methanation in the equi-
librium state was obtained in order to know in advance the thermodynamic
possibilities and limitations of this reaction. HSC Chemistry 6.1, developed
by Outotec, was utilized for this purpose. This software bases the calcu-
lations of chemical equilibrium composition on the minimization of Gibb’s
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energy of all the components participating in the reaction. Based on the
interest of this work, the equilibrium composition was calculated at atmo-
spheric pressure and temperature ranging from 200 to 7000C. The result of
these calculationsn are presented in Chapter 6.

5.5 Design of experiments

The major focus of this thesis was on washcoated catalyst. Therefore, the
largest number of experiments comprised carbon dioxide methanation over
this type of catalysts.

Nickel-based packed-bed catalysts have been extensively applied for metha-
nation in previous works [17, 92, 93]. Thus, several test were performed
using packed-bed catalyst to compare the results of CO2 methanation over
this conventional catalyst with washcoated catalysts. Additionally, packed-
bed catalyst was also applied in the tests conducted with the blocks-and-fins
design. Packed-bed reactor was selected in order to try to overcome the ma-
jor difficulties regarding temperature gradients of this type of catalyst.

Nanocoating applied for catalyst deposition is a novel technology. The re-
sults obtained with nanocoated catalyst provided poor comparability with
the other catalysts. Therefore, only few test runs were executed. The
objective of these experiments was to achieve a better understanding of
nanocoated catalyst behaviour and to test the suitability of this novel cat-
alysts for CO2 methanation.

The total number of experiments were carried out in five different set ups.
Each set up had from two to five reactors which were independently oper-
ated. Appendix B include a table with all the operating points at which
the reactors of each set up were tested. In addition, this table indicates the
amount of nickel and the type of catalyst loaded in each reactors.



Chapter 6

Results and Discussion

The objective of the experimental work of this thesis was to evaluate the
performance of novel catalysts compared with the conventional ones, and the
performance of an intensified reactor for the highly exothermic methanation.
This chapter present the results of the most relevant experiments conducted
with nickel-based catalyst applied by washcoating and nanocating, and in a
packed-bed reactor. Conversion, selectivity and yield, and the effect of the
reactor-wall temperature on these were used to compare and evaluate the
catalyst performance.

The first two sections of the chapter include information concerning equilib-
rium and temperature distribution for a better understanding of the results
presented in following sections. On the other hand, the core sections of this
chapter include the results obtained in the experiments with the different
types of catalyst.

6.1 Chemical Equilibrium

Figure 6.1 presents the chemical equilibrium composition of the components
participating in the methanation of carbon dioxide. The equilibrium data
plotted in this figure was obtained with the HSC Chemistry 6.1 software.
CO2 conversion, CH4 selectivity and yield, and CO selectivity were plotted
using equilibrium data (Figure 6.2).

The equilibrium composition was calculated at atmospheric pressure and H2

to CO2 ratio equal to 4. Temperature values were varied within the range
from 200 to 7000C in 260C increments. The values of these variables were
selected in accordance to the experimental conditions of this work. Fur-
thermore, according to the reactions involved in the mechanism of methane

40
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Figure 6.1: Equilibrium composition of species taking part in carbon dioxide metha-
nation at different temperatures.

production (Equation 3.2 and Equation 3.3), the equilibrium mixture con-
sisted of CO2, CO, H2, CH4, and H2O. HSC Chemistry software calculated
the composition of these components at equilibrium based on the Gibb’s
energy minimization.

Figure 6.1 shows that high temperatures reduces methane production. This
is in agreement with the normal behaviour of exothermic reactions. The
forward exothermic reaction release heat to the medium. Consequently, the
equilibrium is shifted to the backward endothermic reaction to balance the
heat released, diminishing the production of methane. Thus, lower temper-
atures favour the carbon dioxide methanation thermodynamics towards the
formation of methane.

Carbon monoxide plays an important role in CO2 methanation as an un-
desired side product derived from the reverse water shift reaction (rWSR).
CO formation becomes significant at temperatures above 5000C. As a re-
sult, the selectivity towards methane drastically drops (Figure 6.2). This
is due to the thermodynamics of rWSR (Equation 3.3), favoured by high
temperature.

Several authors reviewed in Section 3.2 focused their research on CO2 metha-
nation thermodynamics [17, 36, 38]. The most highlighted conclusions ex-
tracted from those works matched with the results included in this section.
Operation conditions should be maintained at temperatures below 4000 in
order to achieve high CO2 conversion, and simultaneously maximize the
selectivity to methane. According to the thermodynamics, the best results
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Figure 6.2: Equilibrium CO2 conversion, CH4 selectivity and yield, and CO selectivity
at different temperatures and 1 bar.

were expected in test runs operated at lower temperatures. Therefore, an
active catalyst for methanation was crucial to achieve a good reaction rate.

6.2 Temperature Distribution

Temperature significantly affected the performance of the exothermic car-
bon dioxide methanation. Thus, the heat released by this reaction had to
be effectively removed.

Some general facts must be considered prior to the evaluation of temper-
ature distribution in the reactors. First, it is worth to emphasise that the
temperatures presented in the charts correspond to the temperature mea-
sured on the outer wall of the reactor. Thus, the actual temperature inside
the reactor was considered to be higher. Second, the heating elements which
provided heat to the reactors were separate units. Therefore, variations in
the heat supply could be assumed between different reactors. Thirdly, the
temperature in the top and bottom of the reactors were considerably lower.
On the one hand, the inlet stream entered to the reactor preheated at 2000C.
This temperature was lower than any of the temperature set points fixed
in the the test runs. On the other hand, the insulation of the heating ele-
ment tail was insufficient, which resulted in noticeable heat losses. Lastly,
the exact location of the catalyst in the packed-bed reactors enables better
understanding of the temperature distribution in the reactors. Figure 5.4
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schematically showed the placement of the packed-bed catalysts, and in Fig-
ure 6.4 and Figure 6.5 the location of the catalyst is highlighted in black.

Four different reactors were considered to analyse the temperature distri-
bution in the axial coordinate of the reactor. Two washcoated reactors
with different nickel loading, and two packed-bed reactors 50 w-% diluted
with SiC, one of which included the blocks-and-fins structure (Figure 5.2).
Figure 6.3 shows the temperature distribution along the four reactors pre-
viously described. The temperature set point was equal to 3500C in every
case.

Figure 6.3: Temperature on the outer wall along the reactor length with temperature
set point equal to 3500C and inlet rate equal to 1.0 ln/min of (a) inert nitrogen and
(b) reactants (H2:CO2 = 4). Violet: mNi

−−15.4mg, light blue: mNi
−−16.8mg, orange:

mNi
−−15.3mg, dark blue: mNi

−−33.8mg.

Figure 6.3 (a) presents the temperature profile of the reactors fed with in-
ert nitrogen. In this comparative case, only the heating elements and the
blocks-and-fins affected the temperature measured along the reactor wall.
The washcoated reactors and the packed-bed reactor showed similar heat
distribution. Both types of reactors exhibited good control of the temper-
ature close to the set point only in the mid-sections. On the other hand,
the packed-bed reactor with blocks-and-fins structure presented consider-
ably different temperature profile. The temperature was more homogeneous
along the reactor length. However, efficient heat removal of the blocks-and-
fins design resulted in inefficient heat control. Consequently, the tempera-
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ture of the reactor wall (between 200 and 2500C) remained under the set
point value.

Figure 6.3 (b) shows the temperature profile when methanation was tak-
ing place. Therefore, in this chart the catalyst loading technique intro-
duced variations in the heat distribution, in addition to the differences al-
ready found in Figure 6.3 (a). The packed-bed reactor with the blocks-
and-fins structure hardly reached the minimum temperature for the activa-
tion of the catalyst. CO2 conversion was 0.5%, and thus, the curve barely
varies. In contrast, the washcoated with higher percentage of nickel and the
other packed-bed reactor exhibited a significant influence of the exother-
mic methanation on the temperature distribution. The former reactor was
loaded with double amount of nickel than the rest of reactors. Increasing the
amount of nickel improves the reaction rate. Therefore, the higher amount
of heat released by the exothermic reaction resulted in a 1000C increment of
temperature on the reactor wall with regard to the set point. The packed-
bed reactor with only 15.3 mg of nickel achieved similar temperature due
to hot-spot formation and inefficient heat transfer of this type of reactors.
Conversely, the washcoated reactor with 16.8 mg of nickel showed efficient
heat removal. This facilitated maintaining the reactor temperature close to
the set point.

Figure 6.4: Temperature measured on the outer wall along the reactor length. Set
point temperature at 3500C. (a) Washcoated catalyst (mNi

−−16.8mg). (b) Packed-bed
catalyst (mNi

−−15.3mg).
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Figure 6.5: Temperature measured on the outer wall along the reactor length. Inlet
rate equal to 1 ln/min. (a) Washcoated catalyst (mNi

−−16.8mg). (b) Packed-bed catalyst
(mNi

−−15.4mg) with blocks and fins structure.

Figure 6.4 shows the temperature distribution of (a) the washcoated reactor
and (b) the packed-bed reactor with similar amounts of nickel. Higher flow
rates resulted in higher temperature due to increased amount of reactants
fed into the reactor, which increased the amount of heat released. However,
lower flow rates favoured higher conversion which increased the temperature.
However, the extent of the reaction had more effect over the absolute heat
released than conversion. The temperature set point was for both reactors
3500C. However, the heat released by methanation increased the reactor
temperature. The washcoated reactor represented in chart Figure 6.4(a)
exhibited a soft curve with values under 4000C. On the other hand, chart
(b) shows a sharper curve with values above 4000C in the hottest points near
the location of the catalyst bed. Thus, the heat released by the exothermic
methanation was quickly removed when a thin washcoat was applied. In
contrast, the hot-spots in packed-bed catalyst increased the temperature
in the mid-section of the reactor. Nonetheless, the temperature at the
exact location of the packed-bed decreased because of simultaneous axial
heat conduction and heat losses through the insulation. This comparison
evinced a clear advantage of washcoated catalyst in temperature control
due to lower bulk density of the catalyst in the tube. Improvements in the
performance of washcoated catalysts was already proved in other reactor
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configurations for thermally demanding reactions [61, 62].

Several experiments were carried out at different temperature set points
(350, 400 and 5000C) to compare the temperature distribution in (a) a
washcoated reactor and in (b) the packed-bed reactor with the blocks-and-
fins structure. Figure 6.5 shows the results of those experiments conducted
with inlet flow rate of 1 ln/min. The increased surface area of the blocks-
and-fins design facilitated heat removal. Consequently, the blocks-and-fins
structure required higher heat supply than the washcoated reactor to reach
certain temperature. Hence, the actual operation conditions were far from
any temperature set point established. In spite of the higher energetic needs,
this design provided good heat management. As a result the temperature
along the reactor wall was quite homogeneous.

6.3 Experiments with Packed-bed Catalyst

Three different packed-bed reactors were tested: a reactor with commercial
catalyst, and two packed-beds of the same commercial catalyst, diluted with
50 w-% SiC. One of this two was packed in the reactor with the blocks-and-
fins structure.

Figure 6.6: Effect of the reaction temperature on the CO2 conversion of methanation
for different inlet flow rates. Results from packed-bed reactor with 18.2 mg of nickel
content.

Figure 6.6 shows the conversion of the packed-bed reactor. Conversion
exhibited almost no variation at different flow rate and temperature set
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points. Therefore, chemical equilibrium can be assumed. The temperature
measured in the reactor wall was lower than in the core of the catalyst bed.
Furthermore, Figure 6.6 shows different conversion values at theoretical
equilibrium, represented as the black curve.

Table 6.1 shows the conversion and selectivity obtained with the packed-bed
and diluted packed-bed reactors. In spite of the virtually constant conver-
sion, the selectivity was notably affected by temperature variations, which
can be also seen in Figure 6.7. Methane (Figure 6.7(a)) and carbon monox-
ide Figure 6.7(b)) selectivities followed the trends reported in the literature
[17, 36], and were in agreement with the equilibrium results presented in
section 6.1. In accordance to the chemical equilibrium, carbon monoxide
concentration begins to be noticeable when methanation is carried out at
temperature above 5000C. Lower temperatures promoted methane produc-
tion, improving the selectivity towards this component. Conversely, higher
temperatures favoured the endothermic rWSR which increased CO selectiv-
ity. Additionally, increases in the inlet flow rate rose the temperature in the
reactor. As a result, the CH4 selectivity was lower. Furthermore, the selec-
tivity was lower in the experimental results than the values predicted by the
equilibrium calculation. The difference of temperature between the cata-
lyst bed and the external wall of the reactor were assumed to be significant.
Accordingly, selectivity represented in Figure 6.7 correspond to selectivity
values usually found at higher temperature. For instance, the equilibrium
selectivity of methane was around 80% at temperature under 5000C, while
the experimental results achieved approximately 50% selectivity.

Catalys T (0C) Qin (ln/min) CO2 X% CH4 S%

18.2 PB

434.2 0.7 61.9 77.0
456.6 1.0 61.6 66.2
471.3 1.3 62.1 60.1
464.0 0.7 61.7 70.9
483.3 1.0 62.0 60.6
496.8 1.3 62.6 54.6
516.4 0.7 62.5 56.0
532.5 1.0 63.0 47.4
545.0 1.3 63.9 42.4

15.3 PB

370.5 0.7 61.8 75.8
397.7 1.0 61.8 64.5
420.0 1.3 62.6 58.2
453.9 2.0 63.9 50.2

Table 6.1: CO2 conversion and CH4 selectivity of packed-bed catalysts with 18.2 mg of Ni, and 15.3 mg
of Ni diluted with 50 w-% of SiC. Type of catalyst: Packed-bed (PB). Mass of nickel in mg.

Methane yield decreased at higher temperature as a result of lower CH4

selectivity. Figure 6.8 shows the reduction of methane production at higher
temperatures at which the carbon monoxide formation was more favourable.

The performance of nickel-based catalyst in methanation was expected to be
good in terms of CO2 conversion and CH4 selectivity according to Rahmani
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Figure 6.7: Effect of the reaction temperature on the CH4 (a) and CO (b) selectivity
in methanation for different inlet flow rates. Results from packed-bed reactor with 18.2
mg of nickel content.

et al. [17]. They carried out methanation experiments in a fixed-bed reac-
tor of Ni/Al2O3 catalyst. Carbon dioxide conversion reached values close to
80% and about 90% of methane selectivity. Garbarino et al. [93] conducted
methanation experiments over Ni/Al2O3 catalyst. They obtained lower con-
version equal to 75%, but 100% selectivity towards methane. None of this
values were achieved in the experiments conducted for this thesis. The
GHSVs applied in the experiments over packed-bed catalyst were between
20000 and 45000 h–1, while Garbarino et al. applied 52300 h–1. Furthermore,
the experimental results presented in Figure 6.8 were close to the values ob-
tained by Aziz et al. [15] with CO2 conversion up to 64.1% over fixe-bed of
Ni/MSN catalyst. Similar value of conversion was also achieved by Chang
et al. [92] over nickel-supported on rice husk ash-alumina (Ni/RHA-Al2O3).
However, the CH4 selectivity reached in the experiments performed for this
thesis is considerably lower (under 80%) than in the works reviewed in the
literature.
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Figure 6.8: Effect of the reaction temperature on the CH4 yield in methanation for
different inlet flow rates. Results from packed-bed reactor with 18.2 mg of nickel content.

The experiments conducted in the diluted packed-bed reactor resulted in
similar values of conversion, selectivity and yield as for the packed-bed re-
actor. On the other hand, the results from the experiments carried out in
the diluted packed-bed catalyst loaded in the blocks-and-fin reactor were
noticeably different. Figure 6.9 shows (a) the CO2 conversion and (b) CH4

selectivity. The comparison of these systems is challenging due to different
range of operation temperature in the reactors. The blocks-and-fin reactor
worked at lower temperature than the packed-bed reactor. Lower tem-
perature resulted in lower reaction rate. Nevertheless, the diluted packed-
bed catalyst achieved similar conversion in the block-and-fins-reactor as the
packed-bed reactor. In addition, the selectivity improved a 10% in the
blocks-and-fins reactor due to the heat removal ability of this reactor. For
instance, the packed-bed reactor reached temperatures close to 5500C while
the blocks-and-fins reactor worked at 3600C when the temperature set point
was 5000C.

6.4 Experiments with Washcoated Catalyst

The nickel content of the washcoated catalyst was different in each of re-
actors tested in the experiments. The amounts of nickel varied form 5 to
70 mg approximately. Furthermore, the nickel percentage was the same in
all the catalysts, on the level of nickel-based catalyst typically used in re-
forming reactions, except for one of the catalyst. This catalyst contained a
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Figure 6.9: Effect of the reaction temperature on the CO2 conversion (a) and CH4 selec-
tivity (b) in methanation for different reaction systems with similar amount of catalyst,
and inlet flow rate equal to 1 ln/min and set point temperature equal to 5000C. Results
from diluted packed-bed with 15.4 mg of Ni content in the reactor with blocks-and-fins
structure, and packed-bed with 18.2 mg of Ni content.

higher nickel percentage, on the level of the nickel-based catalyst typically
used for methanation.

In this section, washcoated catalysts are assessed based on three points of
view. First, the general performance of washcoated catalyst is analysed in
terms of conversion, selectivity and yield. Secondly, washcoats with different
nickel contents are compared. Finally, this section includes an evaluation of
the stability of different washcoated catalysts.

6.4.1 Catalyst Performance

The performance of all washcoated catalysts samples tested resulted in sim-
ilar trends on the basis of conversion, selectivity and yield. Naturally, the
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absolute values of these parameters varied in accordance with the amount
of catalyst loaded in the reactors. The results obtained from the experi-
ments performed with a washcoated catalyst with nickel content equal to
15 mg were used as a representative example of the behaviour of washcoated
catalysts.

Figure 6.10: Effect of the reaction temperature on the CO2 conversion in methanation
for different inlet flow rates. Results from washcoated reactor with 15 mg of nickel
content.

Figure 6.10 shows higher CO2 conversion at higher temperatures. The rate
of methanation increased with temperature. Thus, the greatest conversions
were achieved at higher temperature. This behaviour was also found by
Garbarino et al. [93] in the experimental research of nickel-based catalyst
for methanation in a fixed-bed reactor. Carbon dioxide conversion achieved
values up to 75% with 100% selectivity towards methane at 5000C. In com-
parison, the highest CO2 conversion achieved over a washcoated catalyst
with 69.0 mg of nickel was close to 70%. This value of conversion coincided
with the CO2 conversion in chemical equilibrium at 5000C. Although the
curves representing the experimental results did not reach the equilibrium
curve, the reaction was considered to be in chemical equilibrium at tem-
perature close to 5000C. However, the temperature measurements in the
reactor wall showed lower values than the actual temperature within the
reactor.

The thermodynamics of carbon dioxide methanation is characterized by
high methane selectivity, near 100% at low temperatures and up to 4500C.
Hence, the selectivity at the highest temperatures shown in Figure 6.11
matched with the thermodynamics calculation. On the other hand, at lower
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temperatures the reaction was in a regime where the selectivity was deter-
mined by the kinetics not by chemical equilibrium. Consequently, methane
selectivity decreased at lower temperatures.

Figure 6.11: Effect of the reaction temperature on the CH4 (a) and CO (b) selectivity
in methanation for different inlet flow rates. Results from washcoated reactor with 15
mg of nickel content.

Yield is a variable directly affected by conversion and selectivity. Accord-
ingly to the trends followed by carbon dioxide conversion and methane se-
lectivity, Figure 6.12 shows increase of yield at higher temperatures.

Washcoating was reviewed in the literature survey of this thesis as a poten-
tial catalyst deposition technique applicable in intensified reactors. Tron-
coni et al. [51] evaluated various non-adiabatic reaction systems where
washcoating was used for catalyst loading. For instance, monoliths, open-
cell foams and micro-fibrous materials were considered as promising struc-
tured reactors with advanced features in comparison with conventional re-
actors. The use of washcoated catalyst was also highlighted by Kolb et al.
[94] as the most suitable method for catalyst deposition in microchannel
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Figure 6.12: Effect of the reaction temperature on the CH4 yield in methanation for
different inlet flow rates. Results from washcoated reactor with 15 mg of nickel content.

reactors. The number of publications regarding washcoating technology is
considerably growing. However, no publication has been found regarding
nickel-based washcoated catalysts applied for carbon dioxide methanation
to compare the results of this work.

6.4.2 Effect of Nickel Content

Samples of washcoated catalyst with nickel mass from 5.3 to 64.4 mg were
tested at different operation conditions. The nickel content in the wash-
coated reactors was evaluated in terms of:

• the effect of nickel content in catalysts with the same nickel loading,

• the effect of nickel content in catalysts with different nickel loading,

• and the repeatability of the experiments with the catalysts with sim-
ilar nickel content and same nickel loading.

Figure 6.13 shows enhanced carbon dioxide conversion for samples with
higher amount of nickel in the catalyst. The conversion improved with
higher amount of active metal. Moreover, methanation reached the equi-
librium independently of the catalyst used at high temperature, when the
set point was fixed at 5000C. Nonetheless, the experimental conversion
curves and the equilibrium curve are spaced some distance apart due to the
difference of temperature inside and on the external wall of the reactor.
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Figure 6.13: Effect of the reaction temperature on the CO2 conversion in methanation
for catalysts with different amounts of nickel content at inlet flow rate equal to 1.0 ln/min.

Figure 6.14: Effect of the reaction temperature on the CH4 selectivity in methanation
for catalysts with different amounts of nickel at inlet flow rate equal to 1.0 ln/min.

Selectivity of methane was also improved in the reactors with higher nickel
content. Figure 6.14 shows more favourable methane production in the
reactors where catalysts with higher content of nickel were applied. Those
catalysts with higher mass of nickel, such as 43.0 and 64.4 mg, exhibited
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CH4 selectivities as high as the equilibrium selectivities. Higher number of
active sites seem to favour methane over rWSR at operation conditions in
which carbon monoxide production become more significant.

The catalyst with content of nickel equal to 33.8 mg achieved better con-
version and selectivity compared to the results obtained with the catalyst
with more nickel content (43.0 mg). Nonetheless, the former catalyst had
higher nickel loading than any of the other catalyst included in Figure 6.13
and Figure 6.14. Consequently, larger proportion of active sites improved
the performance of this catalyst. Similarly, Garbarino et al. [93] found
increased conversion values with catalyst containing higher nickel loading.
Moreover, higher activity of the catalysts resulted increased the heat release
from the exothermic methantion. Thus, the curve representing the catalyst
with 33.8 mg of nickel shows a working range of temperature much narrower
than the other catalysts.

The last comparison made in this section concerning nickel content refers
to a repeatability study conducted for catalysts with similar nickel mass
from 15 to 17 mg. Figure 6.15 shows excellent repeatability of the catalysts
with 15.3 and 16.8 mg of nickel. In contrast, the reactor with the 15.0 mg
of nickel catalyst exhibited heat control deficiency due to differences in the
heat supply of the heating element.

Figure 6.15: Effect of the reaction temperature on the CO2 conversion in methanation
for catalysts with similar amounts of nickel content at inlet flow rate equal to 1.0 ln/min.
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6.4.3 Catalyst Stability

The stability of four catalysts were tested in few longer runs. The run
times presented in Figure 6.16 are discontinuous. In other words, stand-by
stages, and different set points runs occurred among the runs of which data
is showed in this figure. Figure 6.16 shows (a) carbon dioxide conversion
and (b) methane selectivity obtained from runs at temperature set point
of 3500C and inlet flow rate equal to 1 ln/min. These operation conditions
selected to assess the stability of the catalysts were the check set point at
the beginning and end of every test run. Thus, the results from check set
points and longer, over night run test were used to evaluate the stability of
the catalysts. The rest of set points conducted at different temperature and
flow rates were not included in the stability charts.

Figure 6.16: Effect of the reaction time on the CO2 conversion (a) and CH4 selectivity
(b). Results from washcoated reactors with different nickel content in the catalyst.
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The catalysts analysed in this section showed good initial stability. After
the first 48 hours of test run, almost no change in conversion or selectivity
was observed. Therefore, the first 48 hours can be considered as catalytic
stabilization period. Furthermore, experiments were performed at higher
temperature and different flow rates within that period. Thus, those runs
might have affected the initial activity. Table 6.2 shows the variation per-
centage in conversion and selectivity of catalysts with different nickel con-
tents within the stabilization period. These percentages were calculated
considering the 70-80 first running hours of the catalyst.

mNi (mg) CO2 X variation (%) CH4 S variation (%)
5.3 14.8 -1.5
16.8 21.6 -0.2
33.8 13.2 6.7
43.0 33.4 -0.2

Table 6.2: CO2 conversion and CH4 selectivity variation percentage. Catalysts with
nickel contents equal to 5.3, 16.8 and 43.0 mg have lower nickel loading in the catalyst
than the one with 33.8 mg.

The catalysts with lower nickel loading had noticeable conversion loss during
the stabilization time. These losses were more obvious for the catalysts with
higher nickel content. Nevertheless, the selectivity towards methane was
improved, presumably due to changes in the active surface or morphology of
the catalyst. In contrast, the catalyst with higher nickel loading preserved
the carbon dioxide conversion closer to the initial values. However, this
catalyst exhibited methane selectivity loss up to 6.70%.

6.5 Washcoated vs. Packed-bed Reactors

Packed-bed reactors were operated in GHSV range between 20000 and 45000
1/h, while the GHSV applied in washcoated reactors was between 1000
and 2000 1/h. The considerable difference in the values of GHSV of the
two types of reactors was a consequence of the catalyst dispersion inside
the reactor. The pellet beds of the packed reactors were limited to an
approximate height of 1.50 cm. Conversely, the washcoats were applied to
the entire inner surface of the reactors.

A laminar flow regimen can be assumed in the washcoated and packed-
bed reactors due to low flow rates and narrow diameter of the reactors.
Thus, temperature and composition gradients might have been present in
the radial direction of the fluid. Packed bed reactors had higher surface area.
Therefore, the composition gradients were not supposed to be significant. In
contrast, diffusion limitations can be assumed at the interface of washcoat
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layer, party due to the laminar flow profile. This drawback was observed in
the microchannel reactor analysed by Gavriilidis et al. [56].

Pressure drop is a major disadvantage in packed-bed reactors [49, 50, 64].
The packed-bed reactors tested in the experiments exhibited pressure drop
which varied with different flow rates. At the lowest flow rates the pressure
measured in the system was close to 0.2 bar(g) and up to 0.6 bar(g) at the
highest flow rates. Conversely, washcoated reactors presented no pressure
drop.

In this section, the heat removal and catalyst performance were evalu-
ated and compared for CO2 methanation conducted in a washcoated and
a packed-bed reactors. The reactors selected for this comparative analysis
had similar amounts of nickel in the washcoat and the pellet bed, 20.6 and
18.2 mg respectively.

Figure 6.17: Temperature in the reactor wall and temperature set point vs. reaction
time. Results from washcoated reactor with 20.6 mg of nickel content.

Figure 6.17 and Figure 6.18 show the variations of the temperature on the
reactor wall due to set point variations (flow rate and/or temperature). The
reactor where the washcoated catalyst was applied allowed efficient temper-
ature control. The temperature on the reactor wall was close to the set
point in every case with a maximum difference of 500C. The temperature
was higher in the reactor due to the heat release from the exothermic metha-
nation when the flow rate was increased. Conversely, the heat control in
the packed-bed reactor was poor at low temperature set points (350 and
4000C). At those conditions, inefficient heat removal possibly resulted in
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Figure 6.18: Temperature in the reactor wall and temperature set point vs. reaction
time. Results from packed-bed reactor with 18.2 mg of nickel content.

hot-spot formation. The heat released by the exothermic methanation was
not efficiently removed which increased the temperature in the catalyst bed.

Figure 6.19 shows the CO2 conversion of methanation performed in wash-
coated and packed-bed reactors with 20.6 and 18.2 mg of nickel respectively.
The clearest difference between the reactors was the range of reaction tem-
peratures. Both reactors were operated with exactly the same flow rate
(1.0 ln/min) and temperature set points (350, 400 and 5000C). However,
heat management features of each reactor led to different reactor wall tem-
perature. Conversions were almost unaffected by variations on the reaction
temperature in the packed-bed reactor. Therefore, methanation in this re-
actor can be assumed to be close to the equilibrium state in the entire
operational range. In contrast, in the washcoated reactor methanation was
close to the equilibrium state only at the highest temperature set value. The
performance was improved at higher temperatures due to increased reaction
rate passing from 10% of CO2 conversion to 60%.

WNiHSV considers flow rate and nickel content of the catalysts. Figure 6.20
shows that variations in WNiHSV caused no change in the performance
of the washcoated catalyst, and little change in the packed-bed catalyst.
However, slightly more CO2 was converted in the packed-bed reactor due
to approximately 50 degrees higher operation temperature (Figure 6.19).
Therefore, the catalyst loading technique did not imply evident difference
in the CO2 conversion.
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Figure 6.19: Effect of the reaction temperature on the CO2 conversion in methanation
on washcoated catalyst and packed-bed catalyst.

Figure 6.20: Effect of the WNiHSV on the CO2 conversion of methanation over wash-
coated and packed-bed catalysts at temperature set point equal to 5000C.

Figure 6.21 shows methane selectivity close to 90% in the washcoated cata-
lyst, and close to 50% in packed-bed reactor around 5000C. The packed-bed
reactor methanation achieved the chemical equilibrium in every set point.
Therefore the selectivity followed the thermodynamics trend, the catalyst
exhibited lower methane selectivity at higher temperatures. Conversely,
methanation only reached the chemical equilibrium at the highest temper-
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ature set point in the washcoated reactor. Thus, the reaction performance
improved at higher temperature.

Figure 6.21: Effect of the reaction temperature on the CH4 selectivity in methanation
over washcoated catalyst and packed-bed catalyst.

Figure 6.22: Effect of the WNiHSV on the CH4 selectivity in methanation over wash-
coated catalyst and packed-bed catalyst at temperature set point equal to 5000C.

Considering the amount of nickel in the catalyst Figure 6.22 shows higher
selectivity towards methane in washcoated reactor than in packed-bed re-
actor. Methane selectivity was significantly affected by the catalyst loading
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technique. Washcoated catalyst obtained better selectivity towards metha-
nation due to enhanced control of the temperature. Conversely, in the
packed-bed reactor the rWSR was promoted because of heat removal defi-
ciency.

Yield of methane follows similar tendency as selectivity for both catalyst.
Also in this case the yield of methane was enhanced at higher temperatures
in washcoated catalyst, while yield decreased in packed-bed reactor.

Figure 6.23: Effect of the reaction temperature on the CH4 yield of methanation over
washcoated catalyst and packed-bed catalyst.

Table 6.3 shows the performance of two different washcoated catalysts and
a packed-bed catalyst. Comparing catalysts with similar nickel content, the
performance of washcoated catalyst was superior to packed-bed catalyst
at high temperature. Although the carbon dioxide conversion was slightly
higher in packed-bed catalyst, lower selectivity towards methane resulted in
lower CH4 yield. In the washcoated reactor the CH4 yield was approximately
15% higher than in the packed-bed reactor with similar amount of nickel.

The washcoat with the highest content of nickel (Table 6.3) exhibited good
CO2 conversion. Additionally, the methane selectivity reach excellent value
(98%) that rose the yield up to 65%. Aziz et al. [15] obtained similar results,
although with modestly higher methane selectivity. They performed several
experiments in fixed-bed of nickel-based catalysts on different supports. In a
comparable case to the results obtained with the 69.0 mg of nickel washcoat,
they utilized mesostructured silica nanoparticles as support. However, the
temperature conditions set in those experiments was milder (3000C).
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Reactor T (0C) CO2 X% CH4 S% CO S% CH4 Y%

20.6 WC
336 9.8 75.4 24.6 7.4
400 31.8 70.5 29.5 22.4
503 59.8 90.8 9.2 54.3

69.0 WC
373 32.9 88.4 11.6 29.1
430 55.9 94.1 5.9 52.6
422 66.8 98.1 1.2 65.6

18.2 PB
457 61.6 66.2 33.8 40.7
483 62.0 60.6 39.4 37.5
532 63.0 47.4 52.6 29.8

Table 6.3: Reaction parameters of methanatio performed in washcoated reactors and
in a packed-bed reactor. Results obtained at different temperatures and flow rate equal
to 1 ln/min.

6.6 Nanocoated Catalyst

The third type of catalysts tested in this study were nanocoats. These
catalysts had nickel contents in the order of 10 -4 g. In contrast, the cata-
lysts evaluated until now (packed-bed and washcoated catalysts) had nickel
contents in the order of 10 -2 g.

Flow rate of 1.3 ln/min provided short residence time the methanation
performance was negligible. Accordingly, the flow rate was decreased to
0.3 ln/min to increase the residence time. Despite this adaptation, the
conversion was considerably low. Therefore, a gas chromatograph was used
to detect and measure the product outlet composition instead of the on-line
analyser.

Figure 6.24 shows the conversion obtained with the reactor that contained
the lowest amount of nickel at different temperatures. Other nanocoated
catalysts with different concentrations exhibited similar trends. Conversion
increased at higher temperatures and lower flow rate.

Figure 6.25 and Figure 6.26 respectively show carbon dioxide conversion and
methane selectivity of methanation conducted in the nanocoated reactors
with the lowest and the highest nickel content. Slightly higher temperatures
on the reactor wall and improved performance of the nanocoated reactor
with highest amount of nickel are the main observations. Furthermore, the
CH4 selectivity plotted for the catalyst with highest amount of nickel showed
an inspected tendency. Methane selectivity increased when the temperature
set point was risen from 350 to 4000C. Conversely, the selectivity decreased
when the variation was from 400 to 5000C.

A blank reactor, and a reactor solely washcoated with the catalyst sup-
port were also tested. The objective was to study the extent uncatalysed
reactions, and the activity of the catalyst support for the methanation of
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Figure 6.24: Effect of the reaction temperature on the CO2 conversion in methanation
at different flow rates. Results from reactor nanocoated with the lowest nickel-content
catalyst.

Figure 6.25: Effect of the reaction temperature at inlet flow rate of 1 ln/min on the
CO2 conversion of methanation for different amounts of nickel content in the catalyst.
Results from reactor nanocoated with the lowest and highest nickel-content catalyst.

carbon dioxide. The comparison of results from those experiments with
the results obtained with nanocaoted catalysts also enabled to assess the
catalytic activity of the nanocoats.
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Figure 6.26: Effect of the reaction temperature at inlet flow rate of 1 ln/min on the CH4

selectivity of methanation for different amounts of Ni content in the catalyst. Results
from reactor nanocoated with the lowest and highest nickel-content catalyst.

Reactor T (0C) CO2 X% CH4 S% CO S% CH4 Y%

Blank
401 0.4 3.2 96.8 0.01
453 0.4 4.1 95.9 0.02
536 0.8 0.8 99.2 0.01

Support
344 0.6 5.4 94.6 0.03
394 1.7 12.8 87.2 0.21
486 7.4 10.3 89.7 0.76

L
328 0.3 3.0 97.0 0.01
400 0.3 3.4 96.6 0.01
502 0.5 3.3 96.6 0.02

SL
363 0.4 13.9 86.1 0.05
414 0.9 29.8 70.2 0.26

SH
335 0.2 9.2 90.8 0.02
380 0.2 3.7 96.3 0.01
469 0.3 5.1 94.9 0.01

H
362 0.4 11.5 88.5 0.04
416 0.9 15.6 84.4 0.14
516 3.4 14.0 86.0 0.48

Table 6.4: Reaction parameters of methanation performed in a blank reactor, wash-
coated reactor with the catalyst support, and nanocoated reactors with different nickel
contents. Results obtained at different temperatures and flow rate equal to 1 ln/min.
The amount of nickel in the reactor: highest (H), second highest (SH), second lowest
(SL), and lowest (L).

Table 6.4 shows higher conversions in the blank reactor than in any of the
nanocoated reactors, except the one with the highest nickel content. Low
conversion and low CH4 selectivity resulted in almost zero yields of methane
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in the nanocoated catalysts. The catalyst support also achieved higher CO2

conversion and CH4 selectivity than any of the nanocoats. Therefore, the
nanocoated catalyst did not accomplish catalytic performance required for
methanation. Furthermore, it can be assumed that the reactions occurred
in the blank reactor were thermally originated. In contrast, catalytic reac-
tions occurred in the reactor washcoated with catalyst support. However
the catalytic activity was not comparable to the washcoated or packed-bed
catalysts.
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Error Sources

This section evaluates the most significant error sources found during the
execution of this experimental work. The analysis of error sources will
provide justification for some of the results discussed in Section 6.

The experimental set up, and analysis and measurements methods, are the
main error sources that will be discussed in this chapter. The first section
is focused on the set up, specifically the reactors and the heat suppliers.
Analysis methods and flow meter and thermocouple measurements will be
considered in the second section.

7.1 Experimental set up

The heating elements which supplied heat to the reactors were the principal
error source of the experimental set up. Five different heating elements of
the same type were attached to the reactors in straight contact with the
back part of these. Therefore, differences in the attachment of the heating
elements or the thermocouples which control those resulted in heterogeneous
heat supply. In other words, the temperature of the reactor walls were
different at the same temperature set point.

In set ups I and II, the heating element and the reactor were slightly sep-
arated in the area close to the reactor inlet. The thermocouple which con-
trolled the heat supply was placed between the reactor and the heat element.
This arrangement was problematic in terms of temperature control and ho-
mogeneity. First, the controlling thermocouple was in contact not only with
the heating element, but also with the reactor wall. Thus, the control of
the temperature in heating element was influenced by the temperature on
the reactor wall. Second, the complexity involving the attachment of ther-
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mocouples and heating elements to the reactors resulted in displacement
of the thermocouples. (Figure 7.1) shows highlighted in red the tip of a
thermocouple that should have been in contact with the heating element.
The reactors where thermocouple displacements occurred were operated at
higher temperatures. The tip of the misplaced thermocouples read lower
surrounding temperature which resulted in reactors heated over the tem-
perature set point.

Figure 7.1: Thermocouple displacement.

In order to overcome this error source, the controlling thermocouples were
located in straight contact with the back part of the heating elements in set
ups III, IV and V. However, the temperature distribution along the reactor
was not noticeably improved. A possible explanation is the location of the
controlling thermocouple. The thermocouple was attached in contact to the
top of the heating element. Thus, that area was maintained at or close to
the temperature set point. In contrast, lower parts of the heating element
were not accurately controlled. Furthermore, poor insulation of the heating-
element tail resulted in considerable heat losses. Consequently, lower parts
of the reactor were at much lower temperature.

7.2 Analysis and measurement methods

On-line and gas chromatograph analysed the composition of outlet gas. The
on-line analyser was calibrated approximately every two weeks to reduce
analysis errors. However, this equipment was not considered as accurate as
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gas chromatograph. On the other hand, the analysis of samples performed
with gas chromatograph required a precise methodology to take advance
of the accuracy. Therefore, measurement errors might be derived from the
analysers and consequently reflected in the results.

The gas flow meter used to measure the product dry gas was considered
accurate at higher flow rates than the outlet flow rate reached in these
experiments. For this reason, the reaction mass balances were calculated
using the composition data provided by the analyser and the mass carbon
balance, as it was specified in Section 5.4.

Temperature is the reaction variable with the most significant effect on the
reaction parameters of methanation. Thus, the major part of the results
has been presented and evaluated in relation with the temperature. The
thermocouples that measured the reaction temperature were located on the
outer wall of the reactors. Consequently, the temperature in the core of
the reaction was unknown. This represented a significant barrier of the
experimental set up that limited a precise assessment of the results.

The temperature was measured on the reactor wall either at one point close
to the mid-section of the reactor, or in several points along the length of
few reactor. The temperature at the mid-section of the reactor was used
to evaluate the performance of the reactor as the temperature of the whole
system. Consequently, the comparability of different reaction system, such
as packed-bed and washcoated catalyst, was difficult.

Several tests were conducted in reactors with similar amounts of catalyst
in the set up IV in order to verify the repeatability of the experiments.
Temperature was the main difference between reactors. In other words,
the temperature measured on the reactor wall was different in each of the
reactors at same temperature set points. Nevertheless, regarding catalyst
performance the results were repeatable.
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Conclusions

Carbon dioxide methanation is a highly exothermic reaction. Therefore, the
production of methane is favoured at low temperatures. However, methana-
tion typically suffers from slow reaction rates at those temperatures. Novel
catalysts applied in intensified reactors was proposed in order to meet the
compromise between thermodynamics and kinetics, and thus, improve the
reaction performance.

Control and management of heat supply to the reactors through the heat-
ing elements and by the exothermic reaction itself was challenging. Wash-
coated, intensified reactors showed improved ability for heat removal and
more evenly distributed temperature than conventional packed-bed reactors.
In the latter type of reactors, the temperature variations along the reactor
length were minimized with the blocks-and-fins design which considerably
enhanced the heat transfer and removal.

Packed-bed catalysts achieved approximately 60% CO2 conversion close to
the equilibrium state. This value is lower than the conversion reached in
some of the works surveyed due to heat removal barriers found in the re-
actors. Selectivity towards methane was reported in literature ranging 90-
100% in agreement with the thermodynamics. However, the maximum CH4

selectivity obtained in the packed-bed reactors was close to 80%, and lower
at higher operation temperatures. Heat transfer limitations in the packed-
bed reactors resulted in hot spot formation that promoted the rWGS re-
action. Consequently, the selectivity towards carbon monoxide increased
affecting negatively the CH4 yield.

Carbon dioxide methanation exhibited the best performance with wash-
coated catalysts at higher temperatures and low flow rate. The CO2 con-
versions reached values around 60% at temperatures between 400 and 6000C
depending on the nickel content of the catalyst. The washcoats with lower
nickel content required higher temperatures to achieve this conversion close
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to the equilibrium state. The CH4 selectivity at the same state maintained
good values ranging from 84 to 99% in catalysts with nickel contents be-
tween 15 and 65 mg. However, the washcoat with 5 mg of nickel presented
CH4 selectivity under 50% at similar operating conditions. Thus, the per-
formance of washcoated reactors improved in catalysts with higher nickel
content. The reactor with highest amount of nickel (69 mg) reached 69%
CO2 conversion and 99% CH4 selectivity at 4100C. Furthermore, a wash-
coated catalyst with higher nickel loading but lower nickel content (34 mg)
achieved similar values of conversion and selectivity. Therefore, it can be
concluded that the activity of nickel-based catalysts was improved increas-
ing the nickel loading.

GHSV was the most highlighted difference between packed-bed and wash-
coated reactors. Packed-bed reactors operated within the GHSV range of
20000 to 45000 1/h. In contrast, washcoated reactors worked at GHSV be-
tween 1000 and 2000 1/h. The catalyst bulk density of washcoated reactors
was considerably lower than in packed-bed reactors. As a result, wash-
coated reactors presented more efficient management of the temperature.
Additionally, the selectivity and yield of methane was higher in washcoated
reactors. On the other hand, packed-bed showed deficient control of the
temperature. Therefore, methane selectivity was lower than with the ma-
jority of the washcoated catalysts, or than with nickel packed-bed considered
in the literature.

The tests conducted with nanocoated catalysts were unsuccessful. Carbon
dioxide conversion was considerably low compared to washcoated or packed-
bed catalysts. Indeed, the results obtained with the blank reactor and with
the nanocoated reactors presented almost no difference. Only the nanocoat
with the highest nickel content exhibited some activity.
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Recommendations for further stud-
ies

Improvements can be included in the experimental set up in order to en-
hance the temperature management in the reactors. Already in this work
the blocks-and-fins structure facilitated the heat removal and even the tem-
perature along the reactor. In addition, better insulation of the reactors
and surrounding areas, and changes in the location of the controlling ther-
mocouples are recommended for a more homogeneous distribution of the
temperature.

The washcoated catalyst with higher percentage of nickel loading exhibited
better performance than other catalysts with higher mass of nickel. The
reduction of overall nickel content could reduce the catalyst costs. However,
the only case assessed in this work involved noticeable decrease of CH4

selectivity (6.70%) during the stabilization period of the catalyst. Therefore,
further research work should be done with this type of catalyst in order to
prove the benefits of higher nickel loadings. Furthermore, the tests carried
out with washcoated catalysts resulted in good performance in general.
Thus, research activities could be focussed on the development of scaled-up
washcoated reactors.

Nanocoated catalysts show better metal dispersion than other catalysts de-
posited with different techniques. Accordingly, the possibility of reducing
nickel loading needs could significantly reduce catalyst costs. The perfor-
mance of these catalysts may be enhanced using more active metals, or
active combinations of these, deposited on suitable carriers. This motivates
further research on nanocoating technology in order to develop catalysts
with significantly lower content of active phase.
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Appendix A

Experimental set up

Figure A.1: Picture of the equipment and accessories used for carbon dioxide metha-
nation.
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Appendix B

List of Experiments and Cata-
lysts

Set Point Reactor

SU T Qin 1 2 3 4 5
(0C) (ln/min)

I

350

0.7 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
1.0 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
1.3 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
2.0 43.01 WC 45.73 WC

400

0.7 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
1.0 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
1.3 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
2.0 43.01 WC 45.73 WC

450 1.0 64.43 WC

500

0.7 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
1.0 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
1.3 43.01 WC 20.57 WC 64.43 WC 69.02 WC 45.73 WC
2.0 43.01 WC 45.73 WC

550 1.0 64.43 WC

Table B.1: List of the experiments performed during the experimental research, and
type of catalyst and the amount of nickel in the catalyst. Types of catalyst: Packed-bed
(PB), Washcoat (WC), Nanocoat (NC), and catalyst support (CS). The amount of nickel
is expressed by: mass of nickel in mg (numbers), highest (H), second highest (SH), second
lowest (SL), and lowest (L).
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Set Point Reactor

SU T Qin 1 2 3 4 5
(0C) (ln/min)

II

350

0.3 SL NC SL NC L NC
0.7 SL NC SL NC L NC 5.27 WC
1.0 SL NC L NC 5.27 WC Blank
1.3 5.27 WC

400

0.3 SL NC L NC
0.7 SL NC L NC 5.27 WC
1.0 SL NC SL NC L NC 5.27 WC Blank
1.3 5.27 WC

500

0.3 SL NC L NC
0.7 SL NC L NC 5.27 WC
1.0 SL NC L NC 5.27 WC Blank
1.3 5.27 WC

III

350
0.7 33.80 WC 18.15 PB
1.0 CS 33.80 WC 18.15 PB H NC SH NC
1.3 33.80 WC 18.15 PB

400
0.7 33.80 WC 18.15 PB
1.0 CS 33.80 WC 18.15 PB H NC SH NC
1.3 33.80 WC 18.15 PB

500
0.7 33.80 WC 18.15 PB
1.0 CS 33.80 WC 18.15 PB H NC SH NC
1.3 33.80 WC 18.15 PB

IV

350
0.7 15.30 WC 16.80 WC 15.00 WC 16.00 WC
1.0 15.30 WC 16.80 WC 15.00 WC 16.00 WC
1.3 15.30 WC 16.80 WC 15.00 WC 16.00 WC

400
0.7 15.30 WC 16.80 WC 15.00 WC 16.00 WC
1.0 15.30 WC 16.80 WC 15.00 WC 16.00 WC
1.3 15.30 WC 16.80 WC 15.00 WC 16.00 WC

500
0.7 15.30 WC 16.80 WC 15.00 WC 16.00 WC
1.0 15.30 WC 16.80 WC 15.00 WC 16.00 WC
1.3 15.30 WC 16.80 WC 15.00 WC 16.00 WC

V

350

0.7 15.30 PB
1.0 15.30 PB 15.45 PB
1.3 15.30 PB
2.0 15.30 PB

400 1.0 15.45 PB

500
0.7 15.45 PB
1.0 15.45 PB
2.0 15.45 PB

Table B.2: Continuation Table B.1. List of the experiments performed during the
experimental research, and type of catalyst and the amount of nickel in the catalyst.
Types of catalyst: Packed-bed (PB), Washcoat (WC), Nanocoat (NC), and catalyst
support (CS). The amount of nickel is expressed by: mass of nickel in mg (numbers),
highest (H), second highest (SH), second lowest (SL), and lowest (L).



Appendix C

Analysis Methods

Analyser Module Name Sample Gas Measurement Range (vol-%)
Thermal conductivity Caldos 25 H2 in N2 0-100
Thermomagnetic Magnos 27 O2 0-25
Infrared photometer Uras 26 CO2, CO and CH4 0-50 , 0-50 and 0-30

Table C.1: Online analyzer modules and features. Adapted from [95].

Gas Component Composition (vol-%)

Scan 1

CO2 15.00
CO 15.00
CH4 3.03
N2 66.97

Scan 2
H2 15.00
N2 85.00

Table C.2: Online analyzer calibration gases composition.

Component Composition
H2 12.50 vol-%
CO2 9.93 vol-%
CO 18.00 vol-%
CH4 4989 ppm
C2H6 4985 ppm
C2H4 5012 ppm
C2H2 4861 ppm
N2 57.60 vol-%

Table C.3: Gas chromatograph calibration gas composition.
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