
This is an electronic reprint of the original article.
This reprint may differ from the original in pagination and typographic detail.

Author(s): Nykänen, H. & Suihkonen, S. & Kilanski, L. & Sopanen, M. &
Tuomisto, Filip

Title: Low energy electron beam induced vacancy activation in GaN

Year: 2012

Version: Final published version

Please cite the original version:
Nykänen, H. & Suihkonen, S. & Kilanski, L. & Sopanen, M. & Tuomisto, Filip. 2012. Low
energy electron beam induced vacancy activation in GaN. Applied Physics Letters,
Volume 100, Issue 12. 122105/1-3. ISSN 0003-6951 (printed). DOI: 10.1063/1.3696047

Rights: © 2012 American Institute of Physics. This article may be downloaded for personal use only. Any other use
requires prior permission of the authors and the American Institute of Physics. The following article appeared
in Applied Physics Letters, Volume 100, Issue 12 and may be found at
http://scitation.aip.org/content/aip/journal/apl/100/12/10.1063/1.3696047.

All material supplied via Aaltodoc is protected by copyright and other intellectual property rights, and
duplication or sale of all or part of any of the repository collections is not permitted, except that material may
be duplicated by you for your research use or educational purposes in electronic or print form. You must
obtain permission for any other use. Electronic or print copies may not be offered, whether for sale or
otherwise to anyone who is not an authorised user.

Powered by TCPDF (www.tcpdf.org)

http://www.aalto.fi/en/
http://aaltodoc.aalto.fi
http://www.tcpdf.org


Low energy electron beam induced vacancy activation in GaN
H. Nykänen, S. Suihkonen, L. Kilanski, M. Sopanen, and F. Tuomisto 
 
Citation: Applied Physics Letters 100, 122105 (2012); doi: 10.1063/1.3696047 
View online: http://dx.doi.org/10.1063/1.3696047 
View Table of Contents: http://scitation.aip.org/content/aip/journal/apl/100/12?ver=pdfcov 
Published by the AIP Publishing 
 
Articles you may be interested in 
Characterization of vacancy-type defects in heteroepitaxial GaN grown by low-energy plasma-enhanced vapor
phase epitaxy 
J. Appl. Phys. 112, 024510 (2012); 10.1063/1.4737402 
 
Defect characterization in Mg-doped GaN studied using a monoenergetic positron beam 
J. Appl. Phys. 111, 014508 (2012); 10.1063/1.3675516 
 
Native cation vacancies in Si-doped AlGaN studied by monoenergetic positron beams 
J. Appl. Phys. 111, 013512 (2012); 10.1063/1.3675270 
 
Effect of growth polarity on vacancy defect and impurity incorporation in dislocation-free GaN 
Appl. Phys. Lett. 86, 031915 (2005); 10.1063/1.1854745 
 
Strain-free bulk-like GaN grown by hydride-vapor-phase-epitaxy on two-step epitaxial lateral overgrown GaN
template 
J. Appl. Phys. 96, 799 (2004); 10.1063/1.1753073 
 
 

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

130.233.216.22 On: Tue, 18 Aug 2015 07:23:45

http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/1613261058/x01/AIP-PT/APL_ArticleDL_0815/AIP-APL_Photonics_Launch_1640x440_general_PDF_ad.jpg/6c527a6a713149424c326b414477302f?x
http://scitation.aip.org/search?value1=H.+Nyk�nen&option1=author
http://scitation.aip.org/search?value1=S.+Suihkonen&option1=author
http://scitation.aip.org/search?value1=L.+Kilanski&option1=author
http://scitation.aip.org/search?value1=M.+Sopanen&option1=author
http://scitation.aip.org/search?value1=F.+Tuomisto&option1=author
http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://dx.doi.org/10.1063/1.3696047
http://scitation.aip.org/content/aip/journal/apl/100/12?ver=pdfcov
http://scitation.aip.org/content/aip?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/112/2/10.1063/1.4737402?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/112/2/10.1063/1.4737402?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/111/1/10.1063/1.3675516?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/111/1/10.1063/1.3675270?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/86/3/10.1063/1.1854745?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/96/1/10.1063/1.1753073?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/96/1/10.1063/1.1753073?ver=pdfcov


Low energy electron beam induced vacancy activation in GaN

H. Nykänen,1,a) S. Suihkonen,1 L. Kilanski,2,3 M. Sopanen,1 and F. Tuomisto2

1Department of Micro- and Nanosciences, Aalto University, P.O. Box 13500, FI-00076 Aalto, Finland
2Department of Applied Physics, Aalto University, P.O. Box 11100, FI-00076 Aalto, Finland
3Institute of Physics, Polish Academy of Sciences, Al. Lotnikow 32/56, 02-668 Warsaw, Poland

(Received 19 December 2011; accepted 3 March 2012; published online 21 March 2012)

Experimental evidence on low energy electron beam induced point defect activation in GaN grown by

metal-organic vapor phase epitaxy (MOVPE) is presented. The GaN samples are irradiated with a

5–20 keV electron beam of a scanning electron microscope and investigated by photoluminescence and

positron annihilation spectroscopy measurements. The degradation of the band-to-band luminescence

of the irradiated GaN films is associated with the activation of point defects. The activated defects were

identified as in-grown Ga-vacancies. We propose that MOVPE-GaN contains a significant

concentration of passive VGa-Hn complexes that can be activated by H removal during low energy

electron irradiation. VC 2012 American Institute of Physics. [http://dx.doi.org/10.1063/1.3696047]

Gallium nitride and its alloys are important materials for

applications in blue and ultraviolet optoelectronics and in

electronic devices operating at high temperatures and vol-

tages. III-N materials are generally considered as chemically

hard and well resistant to radiation making them suitable

materials for devices in rough environments.1

Irradiation with MeV-scale electrons is known to gener-

ate Ga and N vacancies in GaN, causing degradation of elec-

trical and optical properties.2,3 Irradiation damage has also

been observed after electron irradiation with significantly

lower energies in the 5–35 keV range,4–7 well below the

Frenkel pair generation thresholds of 150 and 500 keV for

the N and Ga sublattices, respectively. This includes low

energy e-beam irradiation (LEEBI), which was widely used

to activate Mg acceptors in p-doped GaN.7 The damage is

thought to be due to activation of vacancies, defect migration

or clustering of point defects. However, due to the indirect

nature of low energy irradiation induced damage formation

the exact mechanisms are not clear.

In this letter, the optical degradation of GaN films,

grown by metal-organic vapor phase epitaxy (MOVPE), dur-

ing LEEBI is associated with the activation of point defects,

more specifically in-grown Ga-vacancies. The GaN films

were irradiated with 5–20 keV e-beam with total doses up to

500 lC/cm2 (3� 1015 cm�2). Ga vacancies became detecta-

ble in significant concentrations in positron annihilation

experiments, suggesting that this activation process is the

cause of the observed degradation of band-to-band lumines-

cence intensity.

The thin-film GaN samples were grown on c-plane sap-

phire (Al2O3) by MOVPE. The precursors for N and Ga

were ammonia and trimethylgallium, respectively. In all the

samples, a 3 -lm-thick undoped c-plane GaN layer was

grown on sapphire with the two-step method.8

The samples were exposed to an e-beam using a Zeiss

Supra 40 scanning electron microscope (SEM). The expo-

sure was performed by rapidly sweeping the e-beam on a

specific area of the sample surface. The e-beam energy was

varied between 5 and 20 keV and the dose in the range of

0–508 lC/cm2 (0–3� 1015 cm�2) by controlling the expo-

sure time and the beam current. The e-beam spot size was

approximately 2 nm in diameter and the corresponding mo-

mentary current density 0–130 kA/cm2. An unexposed area

was preserved on each sample to have an unaltered reference

point. The photoluminescence (PL) spectra of the designated

sample areas were measured at room temperature before and

after the e-beam exposure using a monochromatic He-Cd

laser (lambda¼ 325 nm, P¼ 80 W/cm2) as an excitation

source. The penetration depth of the laser beam is approxi-

mately 100 nm in GaN.

We studied the presence of cation vacancy defects in the

samples with a variable energy positron beam (E¼ 0–38 keV).

The trapping of positrons at vacancy defects can be observed

as the narrowing of the Doppler-broadened 511 keV annihila-

tion line, recorded with a Ge detector. The measured spectra

were characterized by the conventional line shape parameters

S and W, determined as fractions of positrons annihilating

with low (jpLj< 0.4 a.u.) and high momentum electrons

(1.5 a.u.< jpLj< 3.9 a.u.), respectively.9

The integrated band-to-band emission PL intensities of

irradiated GaN films are plotted in Fig. 1 as a function of the

exposure dose for e-beam kinetic energies of 5, 10, 15, and

20 keV. The PL results agree well with our previous work on

LEEBI damage on InGaN/GaN single quantum wells

(SQWs) and GaN films.6,10 The behavior of the PL degrada-

tion with varying e-beam energies can be explained if we

consider the e-beam energy dissipation profile and the

absorption depth of the excitation laser. As can be seen from

Fig. 2, approximately half of the energy of a 5 keV e-beam is

dissipated within the laser absorption depth of 100 nm. The

electron dissipation profiles were calculated with a cubic

polynomial approximation11 of the Bethe-Bloch method.12

The energy dissipated within the laser absorption depth

decreases with increasing e-beam energy, so the effect on the

PL intensity is weaker with higher electron energy. No

change was observed in the emission peak position or the

full width at half maximum.

The possible contribution of e-beam induced surface

hydrocarbon contamination13 to PL intensity was excluded

by post-exposure acid treatments. Aqua Regia and Piranhaa)Electronic mail: henri.nykanen@aalto.fi.
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solutions (HCl:HNO3 3:1 and H2SO4:H2O2 3:1, respectively,

12 min both) were used to remove organic and metallic con-

tamination from the sample surface. No measurable effect on

the PL intensity was observed.

With the aim of investigating possible vacancy-related

effects correlated with the loss of PL intensity in the e-beam

treatments, we performed positron annihilation spectroscopy

on the samples. We used a slow positron beam and chose the

positron acceleration energies to match the positron implan-

tation profiles14 and the e-beam energy dissipation profiles.

As can be seen from Fig. 2, in practice it was sufficient to

choose the same energy for the positron beam as for the

e-beam in order to maximize the possible irradiation effect

detectable by positrons.

Fig. 3 shows the S and W parameters measured from the

e-beam irradiated (dose constant 40lC/cm2 (2.4� 1014 cm�2))

samples with positron implantation energies matching the

e-beam energies and additionally the S and W parameters for

samples irradiated with constant e-beam energy (5 keV) and

increasing dose (5–160lC/cm2 (0.3–9.6� 1014 cm�2)). The

values obtained from an untreated sample as well as those char-

acteristic of the GaN lattice (obtained from a reference sample

where no positron trapping at defects is observed3), isolated Ga

vacancies (introduced in high-energy electron or ion irradiation)

and typical in-grown Ga vacancy-related defects9 are also

shown. The identity of dominant positron traps can be eval-

uated from the position in the (S, W) plot. From Fig. 3, it is evi-

dent that the untreated samples and the samples irradiated with

15 keV and 20 keV electrons cannot be distinguished from each

other, and the concentrations of positron-trapping vacancy

defects are below the room-temperature detection limit of about

1016 cm�3. This is typical of MOVPE GaN.15 The samples irra-

diated with 5 keV and 10 keV electrons show clearly different

behavior: their S and W parameters are on the line connecting

the GaN lattice and in-grown Ga vacancy parameters, indicat-

ing that Ga vacancy-related defects become detectable in the

lowest-energy irradiations. The increase of the 5 keV dose cor-

relates with the change in the (S, W) parameters and the

decrease of PL intensity (shown in the inset of Fig. 3). The

peak concentrations of the observed Ga vacancies can be esti-

mated9 from the position of the (S, W) parameters on the

lattice-defect line, using a typical room-temperature positron

trapping coefficient of lV¼ 3� 1015 s�1 for the Ga vacancy

and assuming that the vacancy profile is given by the electron

energy dissipation profile. The estimated values are around

3� 1016 cm�3 for the 10 keV sample and 2� 1017 cm�3 for the

5 keV sample. Furthermore, as shown by the inset in Fig. 3, the

positron S parameter clearly increases (i.e., the concentration of

observed Ga-vacancy defects increases) with stronger reduction

of the PL intensity (increasing dose).

The observation of relatively high concentrations of Ga

vacancies after 5–10 keV e-beam irradiation is unexpected,

as the displacement energies of the N and Ga atoms in GaN

are such3,16 that electrons with energies below 500 keV

should not produce Ga vacancies, while N vacancies should

not be produced below 150 keV. Hence our low energy

e-beam treatments should not create Ga vacancy defects, but

FIG. 1. Normalized GaN band-to-band PL intensities as a function of

5–20 keV e-beam irradiation dose. Exponential curves serve as a guide to

the eye.

FIG. 2. Positron stopping profile and electron energy dissipation profile

plotted as a function of depth in GaN.

FIG. 3. The S and W parameters measured from the irradiated samples with

selected positron implantation energies. Values characteristic of the GaN lat-

tice and the in-grown Ga vacancy-related defects are also shown. The open

circles show the parameters for 5 keV e-beam with dose increasing from 5 to

160 lC/cm2. The inset shows the increase of the S parameter as a function of

percentual decrease of the PL intensity with increasing 5 keV dose.
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rather activate existing ones both from the electro-optical

and positron trapping point of view. This is also evident

from the data in Fig. 3: isolated Ga vacancies actually pro-

duced by electron irradiation have a different signature in

positron experiments—the Ga vacancy related defects

observed here are similar to typical in-grow Ga vacancy

defects (complexed with impurities such as O and/or H)

(Ref. 17) observed in GaN.

LEEBI treatments have been used to activate Mg accept-

ors in GaN,7 and since the dominant passivation of Mg is

through Mg-H complexes,18 it is likely that these treatments

can strip H from Mg. The mechanism can be direct energy

transfer during electron stopping, or current density-activated

diffusion (high current densities are typical of LEEBI treat-

ments). It is possible that a similar effect is present here: the

Ga vacancies may be complexed with H (this is, in fact, rather

likely in MOVPE GaN (Ref. 17)). However, VGa-H and

VGa-H2 are not good candidates, as both are readily detecta-

ble with positrons, while complexes with more hydrogen do

not trap positrons.17 Hence we propose that MOVPE GaN

contains a significant concentration (>1017 cm�3) of VGa-Hn

complexes where n> 2, while the concentrations of VGa with

less or no hydrogen are below 1016 cm�3. Theoretical calcula-

tions suggest that for a typical room-temperature Fermi level

of EF¼EC - 0.5 eV (corresponding to electron concentration

ne¼ 1017 cm�3), the VGa-H4 complex is unstable, while the

energy required to remove one hydrogen atom from the

VGa-H3 complex is roughly 1 eV, enough to make it stable.

This complex should be neutral throughout the band gap.19

The LEEBI treatment with sufficient current density and dose

could then efficiently remove hydrogen from the complexes,

creating deep acceptor levels in the gap that can act as a non-

radiative recombination centers, while making the complex

detectable by positrons.

It should be noted that with the present data it is not com-

pletely clear whether it is the electron energy transfer during

the stopping process or the current density that activates the

vacancy defects. However, if it is the latter, our results pro-

vide one possible explanation for the degradation process of

nitride-based laser diodes, where current densities are simi-

lar20 to the ones used in our e-beam treatment. The effect of

local heating of the sample is insignificant since the tempera-

ture rise is known to be at most few tens of degrees.21

In summary, we associate the optical degradation of

MOVPE grown GaN films during LEEBI with the activation

of in-grown vacancies. We suggest that the in-grown

Ga-vacancies are initially complexed with 3 or more hydro-

gen atoms and neutral. The LEEBI treatment with sufficient

current density and dose could then remove hydrogen from

the vacancy complex resulting in a deep acceptor level in the

band-gap.
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