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In this paper, we report the correlation between the magnetic property and the local structure
in BaY~Cu0.5Fe0.5!2O51d of the ‘‘0112’’ phase containing an unusually large amount of excess oxygen,d
of ;0.2, when heat treated under a high pressure of 5 GPa. Magnetic susceptibility measurements showed that
upon the high-pressure heat treatment, the lower-temperature magnetic transition which had been observed
in normal-pressure synthesized, antiferromagnetic BaY~Cu0.5Fe0.5!2O5 disappeared and the higher-temperature
transition, i.e., the Ne´el temperature, was lowered. According to a Rietveld analysis based on x-ray-diffrac-
tion data and space groupP4/mmm, the distinction between Cu and Fe positions along thec axis inside the
oxygen pyramid disappeared. Coulometric titrations and Mo¨ssbauer spectroscopy measurements strongly
suggested the existence of excess oxygen in the yttrium plane.@S0163-1829~98!03329-3#

I. INTRODUCTION

The known superconducting cuprate phases expressed by
MmA2Qn21CunO21m12n6d or M -m2(n21)n consist of al-
ternating superconductingQn21CunO2n ‘‘infinite-layer’’ and
MmOm6d ‘‘charge reservoir’’ blocks, separated byAO rock-
salt layers.1 The superconductivity transition temperature
(Tc) is controlled mainly by tuning the hole-doping level and
distribution within the CuO2 planes in the infinite-layer
block,2 while tailoring the layered cuprate structures along
the vertical axis seems to be more effective in terms of con-
trolling the irreversibility field (H irr) of magnetization.3 Im-
provements in theH irr characteristics have been achieved by
making the MmA2Qn21CunO21m12n6d structures less
anisotropic.4 Thorough characterization of layered cuprate
structures withMmA2O21m6d charge reservoir blocks as
thin as possible is thus highly motivated. In that respect, the
importance of searching for and investigating the case ofm
50 and singleAO layer, i.e., theAQn21CunO112n6d phases
or the members of ‘‘01(n—1)n’’ homologous series was
recognized.5

The so-called ‘‘oxygen-deficient double-perovskite’’
BaY~Cu0.5Fe0.5!2O5,

6,7 with barium and yttrium ions ordered
along thec axis, can be categorized as ann52 member of

the 01(n21) homologous series.5 So far this phase has been
stabilized only with quite a fixed oxygen content (d'0) and
with at least half occupation of the transition element site
by iron or cobalt, i.e., BaY(Cu0.51xFe0.52x)2O5 (x50),6,7

BaY(Co12xCux)2O5 (0.15<x<0.5),8–10 and BaY
(Co0.5Cu0.52xFex)2O5 (0.15<x<0.3).11

Application of high pressures for the synthesis might,
however, promote the stabilization of pure CuO2 planes@not
(Cu,M )O2 planes withM5Co,Fe# with the required high
nominal valence of the transition element site (12.5). Fur-
ther fine tuning of the Cu valence in terms of satisfying the
limitations set by the coordination pyramid~which is char-
acteristic only for divalent copper! is supposed to be
achieved, e.g., by a partial La substitution for the Ba site. As
a first step of our extensive study on the
~Ba,La!~Y,Ca,La!~Cu,Fe!2O51d system, the stability of the
0112 phase under high pressure was confirmed and the pos-
sible changes upon the high-pressure heat treatment were
investigated. The observed changes in the chemical, struc-
tural, and magnetic properties of the BaY~Cu0.5Fe0.5!2O51d

phase are reported in the present contribution. For the sample
characterization, wet-chemical analysis~for the oxygen con-
tent! as well as x-ray diffraction~XRD!, TEM, superconduct-
ing quantum interference device~SQUID! and 57Fe Möss-
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bauer measurements~for the structural and magnetic
properties! were employed.

II. EXPERIMENTAL

First, an oxide powder mixture of the nominal cation ra-
tios, Ba:Y:Cu:Fe51:1:1:1, wasprepared from powders of
BaCO3, Y2O3, Fe2O3, and CuO. For the samples to be
studied by Mo¨ssbauer spectroscopy,57Fe2O3 ~50%
57Fe-enriched! was used instead of the natural Fe2O3. The
powder mixture of the starting materials was calcined twice
in air at 900 °C for 12 h with an intermediate grinding and
sintered in air at 1000 °C for 24 h~sampleA!. Then, small
portions (;100 mg) of sampleA powder were separated and
tightly packed into gold capsules of 4 mm diameter and 3.7
mm height. Each gold capsule was covered by a NaCl sepa-
rator and placed into a pyrophyllite container with an internal
graphite tube heater. Finally, the high-pressure heat treat-
ment was carried out in a cubic-anvil-type high-pressure ap-
paratus at 5 GPa and 1200 °C for 30 min~sampleB!.

The absolute oxygen contents in samplesA and B were
determined by a coulometric Cu(1I )/Cu(1II ) titration
method12 using the experimental setup described
elsewhere.13 In the present case, the possible trivalent copper
and peroxide-type oxygen@Eq. ~1!# as well as the trivalent
iron @Eq. ~2!# are reduced by Cu(1I ) when dissolving the
sample in 1 M HCl solution containing a known excess of
monovalent copper. On the other hand, if the sample itself
contains monovalent copper or divalent iron, less Cu(1I ) is
consumed. The oxygen content of the sample can thus be
calculated from the coulometric titration result when the re-
sulting sum of Cu(1I ) and Fe(1II ) is determined by an-
odic oxidation@Eqs.~3! and ~4!# as the final analysis step:

~CuO!11Cu112H1→2Cu211H2O, ~1!

Fe311Cu1→Cu211Fe21, ~2!

Cu1→Cu211e2 ~coulometry!, ~3!

Fe21→Fe311e2 ~coulometry!. ~4!

The synthesized samples were checked for phase purity by
x-ray diffraction. Also, the lattice parameters and the atomic
positions were refined in space groupP4/mmm from the
XRD data using a fitting program,RIETAN. The structures
and the cation compositions were confirmed by electron dif-
fraction and high-resolution transmission electron micros-
copy ~Hitachi H-9000! and EDX analysis~Kevex Sigma!.

The dc magnetization of the samples was measured under
an applied field of 1 T with a SQUID magnetometer~Quan-
tum Design MPMSR! in the temperature range of 5–300 K
and with a magnetic balance apparatus using the Faraday
method in the temperature range of 300–600 K.

The Mössbauer absorber was prepared by mixing 30 to 50
mg of the sample material with varnish and evenly distribut-
ing it on an aluminum foil. The absorber diameter was cho-
sen to achieve an absorber thickness of approximately 22 mg
sample per cm2. Measurements in transmission geometry
were performed with an Amersham57Co:Rh ~20;mCi,
January 1995! source. A linear velocity scale with a maxi-
mum of 15 mm/s was applied. Measurements were per-

formed at room temperature and also at 20 K. The spectra
were fitted with the Hamiltonian of combined electric and
magnetic interactions. The following hyperfine parameters
were thus obtained from the fits: the internal magnetic field
experienced by the Fe nucleus (B), the chemical isomer shift
relative to a-Fe ~D!, the quadrupole coupling constant
(eQVzz), the resonance linewidth, and the relative intensity
of each component. The number of possible spectral compo-
nents was limited to five. Each component corresponds to
either a specific lattice site or to a lattice site subjected to a
specific chemical environment. Additionally the internal

FIG. 1. XRD patterns for BaY~Cu0.5Fe0.5!2O51d samples~a! syn-
thesized at ambient pressure~sampleA! and~b! heat treated at high
pressure~sampleB!.

TABLE I. Refined structure parameters~space group P4/mmm!
of ambient-pressure synthesized BaY~Cu0.5Fe0.5!2O5 ~sampleA!. a
53.8779(3) Å,b53.8779(3) Å,c57.6717(7) Å,Rwp56.70%,
Rp55.05%,Re52.41%.

Atom x y z B(Å 2) or
b i j 3104

Occupancy

Ba 0.0 0.0 0.0 0.85 1
Y 0.0 0.0 0.500 00 0.50 1
Cu 0.5 0.5 0.286 42 0.25 0.5
Fe 0.5 0.5 0.251 40 0.75 0.5
O~1! 0.5 0.5 0.0 0.25 1
O~2! 0.5 0.0 0.314 03 0.75 1
O~3! 0.5 0.0 0.500 00 0.75 0.043
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magnetic field was allowed to be distributed over a certain
range of values. This was done by assuming a suitable asym-
metric distribution.7

III. RESULTS AND DISCUSSION

Judging from the x-ray diffraction data, both samples syn-
thesized under ambient pressure~sampleA! and heat treated
under a high pressure of 5 GPa~sampleB! are of single
phase as shown in Fig. 1. In high-resolution transmission-
electron-micrographs and corresponding electron-diffraction
patterns obtained for samplesA and B no apparent differ-
ences were observed. EDX analyses showed that within the
error limits the cation compositions of the two samples were
identical.

The structure of BaY~Cu0.5Fe0.5!2O5 has been discussed in
two possible space groups:P4mm allowing two different
sites for iron and copper ions14,15 and P4/mmm assuming
one single Cu/Fe site.7 Space groupP4mm was suggested
by Meyeret al.14 and Pissaset al.15 from Mössbauer spectra
of BaY~Cu0.5Fe0.5!2O5 and BaR~Cu0.5Fe0.5!2O5 ~R5rare-
earth element! which displayed only one component with
a broad distribution of the hyperfine fields. On the other
hand, recently, the Rietveld analysis and Fourier-differ-
ence synthesis from powder neutron-diffraction data by
Caignaertet al.7 showed that the BaY~Cu0.5Fe0.5!2O5 struc-
ture was best described in space groupP4/mmm with a
small splitting of the Cu and Fe positions along thec axis.
Therefore, in the present work, a Rietveld refinement for the
BaY~Cu0.5Fe0.5!2O5 sample synthesized at ambient pressure
~sampleA! was done in the centrosymmetric space group,
P4/mmm. The refined structural parameters are given in
Table I, being in good agreement with Caignaertet al.7 A
Rietveld refinement for the BaY~Cu0.5Fe0.5!2O51d sample
heat treated at high pressure~sampleB! was carried out in
the same space group, i.e.,P4/mmm. The refined structural
parameters are given in Table II. The refinement converged
~with a clear minimum inRwp! into a structure in which the
splitting of the Fe/Cu position which had been clearly ob-
served for sampleA was neglible for sampleB. However,
the achievedRwp value ~7.75%! remained somewhat larger
than that obtained for sampleA ~6.70%!.

In order to determine the contents of excess oxygen in the
samples, coulometric titrations were carried out. According
to the results of several parallel coulometric titrations, excess
oxygen in sampleB was dB50.1760.01, while that in
sample A was very close to the nominal value, i.e.,dA
50.0360.01. Also the structure refinements based on the
XRD data resulted in a higher oxygen content value for
sample B (dB50.078) than for sampleA (dA50.043).
However, the origin of excess oxygen in the high-pressure
heat-treated sample~sampleB! is not fully understood.

According to a conventional bond-valence-sum16 calcula-
tion, the high-pressure heat treatment with an apparent incor-
poration of excess oxygen into the structure results in an
increase in the valence value of both Cu~from 12.167 to
12.209! and Fe~from 12.789 to12.901! as can be seen
from Tables III and IV. The buckling of the~Fe0.5Cu0.5!O2
planes was found to be stronger around Fe~buckling angle
13.9°! than around Cu~buckling angle 6.2°! in sampleA.
With the high-pressure heat treatment~sampleB!, the buck-

ling around the Fe atoms significantly reduced~buckling
angle 8.1°!, the Fe position becoming almost identical to the
Cu position~buckling angle 8.3°! ~See Table IV!.

The results of susceptibility measurements performed for
the two samples are shown in Figs. 2~a! and 2~b!. For sample
A, the 1/x curve exhibited two magnetic transitions with the
following transition temperatures: TN1A>440 K and
TN2A>200 K as shown in Fig. 2~a!. Caignaertet al.,7 also
observed two transition temperatures ofTN1>440 K and
TN2>200 K by means of the Faraday method using a Cahn
RG microbalance and assigned the former to the Ne´el tem-
perature of a paramagnetic-antiferromagnetic transition and
the latter to an incommensurate magnetic transition with a
sort of short-range order. On the other hand, the 1/x curve
for sampleB exhibits only a single magnetic transition lo-
cated atTN1B>340 K. This Néel temperature~probably for a
classical paramagnetic-antiferromagnetic transition! was
lower than that for sampleA (TN1A>440 K). Figure 2~b!
shows the 1/x curve measured for sampleB in a magnetic
balance apparatus in vacuum as temperature was increased
from 300 up to 600 K and then decreased down to 300 K
~with heating and cooling rates of 100 °C/h!. It was found
that upon the heating and cooling cycle, the Ne´el tempera-

TABLE II. Refined structure parameters~space group P4/mmm!
of high-pressure heat treated BaY~Cu0.5Fe0.5!2O51d ~sample B!.
a53.8796(5) Å, b53.8796(5) Å, c57.6653(7) Å, Rwp

57.75%,Rp55.42%,Re52.01%.

Atom x y z B(Å 2) or b i j 3104 Occupancy

Ba 0.0 0.0 0.0 0.80 1
Y 0.0 0.0 0.500 00 0.25 1
Cu 0.5 0.5 0.271 13 0.70 0.5
Fe 0.5 0.5 0.272 15 0.70 0.5
O~1! 0.5 0.5 0.0 0.25 1
O~2! 0.5 0.0 0.308 24 0.25 1
O~3! 0.5 0.0 0.500 00 0.25 0.078

TABLE III. Selected bond lengths~Å! and bond angles/
buckling angles~°!, and calculated bond-valence sums~BVS! in the
ambient-pressure synthesized BaY~Cu0.5Fe0.5!2O5 ~sampleA!.

Bond
No.3

Occupancy
Bond

length ~Å! BVS

Y-O~2! 38 2.4073~0! 2.825 for Y ion
Y-O~3! 3430.043 2.7421~0!

Ba-O~1! 34 2.7421~1! 2.065 for Ba ion
Ba-O~2! 38 3.0925~1!

Cu-O~1! 2.1973~4! 2.167 for Cu ion
Cu-O~2! 34 1.9505~0!

Cu-O~3! 30 1.6385~3!

Fe-O~1! 1.9286~8! 2.789 for Fe ion
--------------------------

Fe-O~2! 34 1.9976~1!

Fe-O~3! 3230.043 1.9072~0!

Bond kink type Bond angle~°! Buckling angle~°!
O~2!-Cu-O~2! 167.53~1! 6.24
O~2!-Fe-O~2! 152.16~4! 13.92
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ture, TN1B of sampleB increased while that of sampleA
remained unchanged. This different behavior is probably due
to the observed difference in the excess oxygen content in
the two samples: during the heating and cooling cycle in

vacuum, excess oxygen in sampleB was partly released, i.e.,
lost, and thus the change in the oxygen content seems to
affect the value ofTN1B .

According to Caignaertet al.,7 the iron moments at 4 K
are not oriented along the crystallographic axes and the tilt of
iron moment is probably related to the existence of the in-
commensurate transition atTN2A . If this incommensurate
transition is related to the difference between the Fe and Cu
positions, high-pressure heat-treated BaY~Cu0.5Fe0.5!2O51d in
which Fe and Cu occupy identical positions should not show
this behavior@cf. Fig. 2~a!#. The reason for Fe atoms to shift
towards the Cu position could be the excess O22 ion which
attracts the Fe31 ions. The disappearance of the incommen-
surate magnetic transition that was speculated to be caused
by the variation in the Fe and Cu positions could be clarified
by performing structural refinement using neutron-diffraction
data.

The Mössbauer spectra were recorded at 300 K for both
samples@Figs. 3~a! and 3~b!#, and also at 20 K for sampleB
@Fig. 3~c!#. All of the three spectra consist of the same four
components~as shown in Table V!, but the relative intensi-
ties of the components are different for the two samples.
Component 1, as previously discussed by Caignaertet al.,7 is
a sextet arising from Fe(1III ) with a pyramidal oxygen
coordination. Component 2, a sextet too, is assigned to
Fe(1III ) with an octahedral oxygen coordination since the
quadrupole splitting is very close to zero, i.e., the electric

FIG. 2. Reciprocal molar magnetic susceptibility vs temperature
for BaY~Cu0.5Fe0.5!2O51d samples~a! at 5–600 K and~b! at 300–
600 K.

FIG. 3. The Mössbauer spectra recorded at 300 K for
BaY~Cu0.5Fe0.5!2O51d samples~a! synthesized at ambient pressure
~sampleA! and~b! heat treated at high pressure~sampleB!, and~c!
the one recorded at 20 K for sampleB.

TABLE IV. Selected bond lengths~Å! and bond angles/
buckling angles~°!, and calculated bond-valence sums~BVS! in the
high-pressure heat treated BaY~Cu0.5Fe0.5!2O51d ~sampleB!.

Bond No.3
Occupancy

Bond
length ~Å!

BVS

Y-O~2! 38 2.4338~2! 2.651 for Y ion
Y-O~3! 3430.078 2.7433~2!

Ba-O~1! 34 2.7433~2! 2.152 for Ba ion
Ba-O~2! 38 3.0570~4!

Cu-O~1! 2.0782~9! 2.209 for Cu ion
Cu-O~2! 34 1.9605~7!

Cu-O~3! 30 1.7543~5!

Fe-O~1! 2.0861~1! 2.901 for Fe ion
--------------------------

Fe-O~2! 34 1.9594~5!

Fe-O~3! 3230.078 1.7465~3!

Bond kink type Bond angle~°! Buckling angle~°!
O~2!-Cu-O~2! 163.31~5! 8.35
O~2!-Fe-O~2! 163.76~5! 8.12
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field is very symmetric. Even though the coordination octa-
hedron of iron with extra oxygen in site O~3! ~as defined in
Fig. 4! is not quite regular,~as it should be in order to make
the quadrupole coupling constant zero! the Fe-O~1! length is
elongated, while the Fe-O~3! length becomes pretty short as
shown in Table IV. Therefore the net effect is still the same
as for a regular octahedron. Only in the case where both
lengths were elongated/shortened, would the quadrupole
coupling be substantial. In order to confirm the assignment
of component 2 to the octahedral oxygen coordination, a
portion of sampleB powder was additionally post-annealed
in Ar gas at 500 °C where the oxygen was supposed to be
released from the structure. The Mo¨ssbauer spectrum mea-
sured for sampleB at 300 K after post annealing was iden-
tical to the one for sampleA, i.e., the intensity of component
2 was lower than that for sampleB. Components 1 and 2
together cover more than 88% of the intensity of spectra.
Component 3 is probably related to component 1 and merely
reflects the various environments of the Fe/Cu sites originat-
ing from the random occupation of the Fe and Cu atoms in
the same site. In other words, component 3 forms the tail of
the distribution of hyperfine parameters observed at the py-
ramidal site. Component 4 might be an iron-containing im-
purity or a small discrepancy in the model used for the Fe/Cu
distribution. The intensity ratio between components 2 and 1
is larger in sampleB than in sampleA. This fact strongly
indicates that upon the high-pressure heat treatment, the ex-
cess oxygen entered the yttrium plane and consequently
the coordination environment of the Fe atoms in
BaY~Cu0.5Fe0.5!2O51d increases the coordination number of
Fe from five to six. At 20 K components 1 and 3 were no
longer very well distinguishable, which supports assigning
them to the same oxygen coordination. As seen in Table V,
the intensity of component 2 increased slightly, but this is
probably a consequence of the fact that at 20 K components
1 and 2 overlap more strongly as both have an internal field
stronger than 50 T. As the intensity of component 4 remains

constant, the presence of a paramagnetic impurity is most
probable. The internal fields and the isomer shift values
clearly indicate that the Fe atom possesses the high spin (S
55/2) trivalent state.

Since both the coulometric titration and Mo¨ssbauer results
indicated the presence of excess oxygen in sampleB, i.e., the
high-pressure heat treated one, additional annealing experi-
ments were carried out for sampleA which was ambient-
pressure synthesized. With annealings performed in both air
and argon atmosphere of 1 atm, no changes in oxygen con-
tent were resulted, as judged from subsequent coulometric
and Mössbauer measurements. Therefore, it could be con-
cluded that the change in both oxygen content and magnetic

FIG. 4. Schematic presentation of the ‘‘0112’’ structure of
BaY~Cu0.5Fe0.5!2O51d with the employed notation system for the
three types of oxygen.

TABLE V. Mössbauer results~300 and 20 K! for the BaYCu57FeO51d samples. Component 1: square
pyramidal Fe(13), component 2: octahedral Fe(13), component 3: square pyramidal Fe(13), component
4: paramagnetic impurity or artifact of fitting.

Component
Intensity

~%!
Field
~T!

Quadrupole
coupling
~mm/s!

Isomer shift
relative toa iron

~mm/s!

SampleA:
normal-pressure
synthesized
~at 300 K!

1 84.3 39.2a 20.12 0.255

2 3.7 50.6 20.04 0.314
3 9.0 20.3a 21.01 0.259
4 3.0 1.27 0.44

SampleB:
high-pressure
heat treated
~at 300 K!

1 82.7 32.6a 20.21 0.251

2 10.2 50.8 20.02 0.307
3 5.2 11.1a 20.85 20.07
4 1.9 0.54 20.13

SampleB:
high-pressure
heat treated
~at 20 K!

1&3 85.7 51.1 20.33 0.352
2 12.4 55.5 20.05 0.356

4 1.8 1.5 0.33

aMaximum value.
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property can be assigned exclusively to the effect of the
high-pressure heat treatment.

IV. CONCLUSION

This study showed the correlation between the magnetic
property and local structure of a ‘‘0112’’ compound,
BaY~Cu0.5Fe0.5!2O51d, heat treated under a high pressure.
With the high-pressure heat treatment at 5 GPa and 1200 °C
the Néel temperature of an antiferromagnetic transition de-
creased and the magnetic transition caused by incommensu-
ration with a sort of short-range order disappeared. The de-
crease in the Ne´el temperature was likely caused by an
uptake of excess oxygen, and the latter transition was sup-

pressed since the Fe atoms shifted towards the Cu site. These
changes were realized only by high-pressure heat treatment.
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